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ABSTRACT

If phenothiazine is present in the monomer mixture, arylenedisilanols
and cyclosiloxazanes, with p-phenylenebis(methylvinylsilanol) present to
insure crosslinking sites, provide polymers with inherent viscosities up
to 3.5 dl/g. The polymers can be compounded and cured by conventional pro-
cedures. Condensation products of oxydi-p-phenylenebis(dimethylsilanol) and
cyclosiloxazanes were studied in detail and elastomers with ultimate ten-
sile strengths of 600-800 psi and 50-150% elongation at break were obtained.
Some polymers were also prepared from p-phenylenebis(dimethylsilanol). De-
pending on the particular structure the polymers retained 15-707 of their
strength after 24 hr at 250°C in a closed vessel and 60-80% of their
strength after 500 hr in a circulating air oven at 260°C. Exposed to water-
saturated air at 65-95°C for 500 hr they retained 45-65% of their strength.
Brittle points as low as -100°C were obtained. The first event in the
thermal decomposition of these polymers in air is methyl group oxidation.
The polymer with the widest range of useful properties was prepared from
p-phenylenebis (dimethylsilanol) and decamethyl-1,5~dioxa-3,7-diaza~2,4,6,8-
tetrasilacyclooctane. Polymers from arylenedisilanols and cyclodisilazane
monomers either gave very low strength elastomers or could not be cured.
Improved methods of synthesis for a number of the monomers are reported.
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I'

INTRODUCTION

The goal of this program has been to develop new synthetic methods for
high molecular weight silicon-nitrogen polymers. Approaches were chosen
that afforded the greatest probability of obtaining polymers with flexible
backbones. 1In order that the polymers may have a high order of thermal and
hydrolytic. stability, polymer structures and their precursors have chiefly
been selected from the groups that include trisilylamines, N,N'-substituted
cyclodisilazanes, and siloxazanes., Such polymers were expected to provide
candidate materials for further development into high temperature, high
performance elastomers or coatings for use in extreme environments for
aircraft and missile applications.

In previous work, a number of monomeric structures have been prepared
and procedures for incorporating them into polymers have been examined. It
was of particular interest that N,N'-bis[(dialkylamino)dimethylsilyl]tetra-
methyleyclodisilazane condensed with oxydi-p-phenylenebis(dimethylsilanol)
with the formation of storage-stable, toluene-soluble polymers with good
heat stability, provided the compositions were suitably end-capped with
bis(trimethylsilyl)acetamide. When the dimethylamino derivatives of the
cyclodisilazanes were used, polymers with inherent viscosities of 0.3 dl/g
were obtained; when the diethylamino derivatives were used, polymers with
inherent viscosities as high as 0.9 dl/g were obtained. These polymers had
improved, but still apparently inadequate, hydrolytic stability.

New vinyl-substituted arylenedisilanols were prepared. When these
monomers were incorporated in either arylenedisilanol-cyclosiloxazane or
arylenedisilanol-aminosilylcyclodisilazane polycondensation mixtures, the
resulting gums could be cured with peroxides by conventional techniques.

In recent work, a method was developed for preparing phenyl, vinyl,
ethyl, and 3,3,3-trifluoropropyl~substituted cyclodisilazane derivatives
suitable for use in polymerizations. The 3,3,3-trifluoropropyl derivative
was of particular interest because its polymer would be expected to show
improved solvent resistance and hydrolytic stability.

Although a minor amount of work continued during this report period
on new monomers, the work described in this report is chiefly concerned
with the correlation of the properties of these new polymer systems with
their structures. Because of the more ready accessibility of monomers,
most of the effort was on arylenedisilanol-cyclosiloxazane condensates,
Also work was necessary on the improvement in the synthetic procedures for
the preparation of required monomers.




iI.

DISCUSSION OF EXPERIMENTAL RESULTS

The work covered in this report is largely concerned with the develop-
ment of compounded and cured elastomeric compositions based on experimental
polymer systems prepared in earlier work under Air Force contract. A small
laboratory mill was acquired for this purpose, and a number of the necessary
monomers were prepared,

Two polymer systems were of particular interest: (a) condensates of
arylenedisilanols and cyclosiloxazanes modified with vinyl-containing mono-
mers to provide crosslinking sites, and (b) condensates of arylenedisilanols
and dialkylamino-functional cyclodisilazane derivatives, particularly those
with 3,3,3-trifluoropropyl substitution, also modified with vinyl-containing
monomers to provide crosslinking sites., The first class was selected for
primary examination because of the better avéilability of monomers, the
greater certainty of hydrolytic stability of the polymers; and the greater
probability of obtaining high molecular weight gums.

A. Arvlenedisilanol-cyclosiloxazane Condensates

Ho Si-v-Si-on ~ + |($i-0} S$i-N+t - §i-y-si-0{-$i- ¥ O, O
1 i ; X T i T % P>p'-(CgHy) 20
y n x=1, y=12
x=2,¥=1
x=3,¥=1

“

In the arylenedisilanol-cyclosiloxazane series, six polymers modified
with a vinyl-substituted arylenedisilanol co-monomer had been prepared
earlier and no particular difficulties had been encountered. One of these
polymers had been forwarded to the Materials Laboratory, and it was satis-
factorily compounded and cured. The molecular weights on these polymers
were not particularly high, but equimolar quantities of the monomers had
been used in the polymerizations. Since some of the cyclosiloxazane may
be lost during the polymerization by volatilization, higher molecular
weights can usually be obtained in this system through the use of an excess
of siloxazane.

When the present work was initiated to prepare polymer samples for
curing studies, a number of problems were encountered that had not been
anticipated, These problems related chiefly to the crosslinking, or loss
of solubility of the polymers in toluene, during polymerization, A

* 1In structural formulas all unfilled valences indicate methyl groups.
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considerable effort was devoted to the consideration of the various factors
that could lead to this loss of solubility.

1. Arylenedisilanol purity: When new polymeric compositions similar
to ones that had been prepared earlier proved to be toluene-insoluble, the
arylenedisilanol purity was checked in polymerizations compositions not
containing vinyl groups. Some of these compositions also gave toluene-
insoluble polymers, On reexamination of previous experimental reports
(Ref, la), it was found that half the required monobasic phosphate had been
used in the hydrolysis of the sodium salt in the preparation of the oxydi-
p-phenylenebis(dimethylsilanol). Of the two monomer samples prepared by
this method, one gave a soluble polymer, the other did not, although both
compounds had the same melting points and infrared spectra., In two sub-
sequent preparations of the monomer, the error had been repeated, and both
of these monomers gave toluene-insoluble polymers.

Upon rehydrolysis of these samples with the proper amount of monobasic
potassium phosphate, soluble polymers were obtained consistently. No ana-
lytical method has been found that will differentiate arylenedisilanols
which do not produce completely soluble polymers, but it can be inferred
from these data that the effect is probably one of absorption of a basic
species on the arylenedisilanol during its precipitation and the incomplete
removal of this trace impurity during the purification procedures.

Since soluble polymers could also be obtained with the same cyclo-
siloxazane and p-phenylenebis(dimethylsilanol), it was assumed at this
point that the problem of solubility loss was not related to the cyclo-
siloxazane monomers, However, even with the improved oxydi-p-phenylene-
bis(dimethylsilanol), partly insoluble polymeric condensates continued to
be obtained in condensation polymerizations when p-phenylenebis(methyl-
vinylsilanol) or oxydi-p-phenylenebis(methylvinylsilanol) were present.
Loss of solubility occurred both at the 2 and 5% levels of vinyl monomer
content with and without an excess of the cyclosiloxazane.

2. Procedural variations: 1In subsequent work, it was observed that
if the monomers were very carefully mixed during the early stages of the
polymerizations when the mixtures were relatively mobile, the extent of
insolubility reached as high as 85%. This result suggested that the mono-
mers were possibly inadequately mixed in the early experiments and that the
effective vinyl concentration may have been much less than the proportion
of monomer used in its preparation. When the vinyl concentrations were
lowered, soluble polymers were reproducibly prepared with vinyl concentra-
tions up to 17 at 140°C and 0.4% at 160°C. However, all attempts to cure
these polymers under conditions that were effective with the original poly-
mers were unsuccessful.




An alternate approach for incorporating the vinyl monomer into the
polymer consisted of first condensing the arylenedisilanol and an excess
of the cyclosiloxazane then subsequently adding the vinyl monomer to a
toluene solution of the condensate and boiling the mixture. Compositions
prepared in this manner also did not cure properly.

Along with curing studies on the various vinyl-containing compositions,
a series of polymers containing no vinyl monomers was also prepared and
screened., In this series, the effect of water-washing the polymer, heating
time, and excess cyclosiloxazane on the polymerization was examined., Al-
though all of these polymers could be milled with filler, none of them
cured under the usual conditions,

3. Cyclosiloxazane purity: The purity of the cyclosiloxazane monomer
had originally not been considered because, in the absence of the vinyl
monomer, soluble polymers had been obtained from a variety of batches. No
direct comparison with the original polymerizations was possible since the
batch of cyclosiloxazane that had been used in the first experiments had
been exhausted. The cyclosiloxazane used in these experiments was not 100%
chromatographically pure; yet, this lack of purity had not seemed of too
great importance since excesses of the monomer were frequently used in the
experiments. Also, no impurities could be detected in the n.m.r. spectra of
various fractions of the cyclosiloxazane, 1In view of the other factors that
had been eliminated, it appeared that the problem might result from an in-
teraction between the vinyl monomer and an impurity in the cyclosiloxazane.

When a different cyclosiloxazane, heptamethyl-1,3-dioxa-5-aza-2,4,6-
trisilacyclohexane, was substituted for the decamethyl-1,5-dioxa-3,7-diaza-
2,4,6,8-tetrasilacyclooctane which had been used in most of the polymeriza-
tions, soluble polymers were obtained at the 2 and 5% vinyl levels when no
excess of cyclosiloxazane was present., In attempts to increase the molecu~
lar weights in this system, 5% excess siloxazane was used, but partly in-
soluble materials were obtained, 13% insoluble at the 2% vinyl level and
56% at the 5% vinyl level. The soluble polymers cured satisfactorily in
much the same way as original polymers had. Thus, it was possible to pre-
pare relatively low molecular weight, curable polymers, provided that the
purity of the arylenedisilanol was satisfactory and that only certain cyclo-
siloxazanes were employed and the latter were not used in excess of the
stoichiometric amount,

With these restrictions, a series of polymers could be prepared for
screening. The series contained the vinyl monomer at the 1, 2, and 5%
levels, and in order to increase the molecular weights at least to some
extent, excess cyclosiloxazane was employed at the 1 and 2% levels with
1% of the vinyl monomer., The composition containing the 2% excess cyclo-
siloxazane became partly insoluble during the polymerization, indicating
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the inherent restriction upon the polymer composition with the system as
it was being employed.

4, Inhibition of vinyl polymerization: The foregoing work demonstrated
that the purity of both the arylenedisilanol and the cyclosiloxazane could
affect the susceptibility of the polymers to gellation. Although the identity
of the cyclosiloxazane could be important, it is most likely that this effect
was a result of the ease of purification of the different monomers, Deca-
methyl-1,5-dioxa-3,7~diaza-2,4,6,8~tetrasilacyclooctane, which was the most
difficult to purify of the possible cyclosiloxazanes, had the greatest ten-
dency to cause gellation. As the work progressed it became evident that
although the cyclosiloxazane and the arylenedisilanol impurities may have
facilitated crosslinking, the gellation occurred as a result of the vinyl-
containing monomer.

Shortly after the first series of polymers was prepared, experiments
in which a free radical inhibitor was incorporated in the mixture of mono-
mers demonstrated that the difficulty with crosslinking reactions at the 160°C-
polymerization temperature could be considerably reduced., Phenothiazine was
selected as the inhibitor of choice, and in preliminary experiments 0.1 wt 7
of phenothiazine prevented gellation of polymer samples when as much as 5
mole % of the vinyl-substituted monomer was present in the mixtures. 1In
later work, some batches containing 0.1% phenothiazine gelled at 160°C when
4.5 mole % of p-phenylenebis (methylvinylsilanol) was present,particularly when
the cyclosiloxazane was decamethyl-l,5-dioxa-3,7~diaza-2,4,6,8-tetrasilacy-
clooctane; however, no instances of gellation were observed at the 2 mole 7%
level regardless of the amount of cyclosiloxazane present or its identity.
Polymers with the higher vinyl level could reliably be prepared if the poly-
merization temperature was lowered to 140°C, but these polymers had some-
what lower molecular weights, By using phenothiazine in the polymerization
mixtures, polymers with inherent viscosities of 1.5-3.5 dl/g were prepared,
and these high molecular weight polymers had a sufficiently high vinyl con-
tent to provide crosslinking'sites during the curing step. There was no
difficulty in overriding the inhibitor with peroxide during the curing step.

5. Preliminary curing experiments: Early work established that
arylenedisilanol~cyclosiloxazane condensates could not be peroxide~cured if
the vinyl-containing monomer concentration was below a certain level. The
vinyl monomer at the proper level must be incorporated during the polymeri-
zation in a random manner along the polymer chain. Encouraging properties
were obtained for the low molecular weight polymers prepared and screened
prior to the finding that higher molecular weight polymers with a greater
range of composition could be obtained if phenothiazine was included in
the polymerization mixture, Within the series, the elongation at break -
varied for most of the samples between 66 and 175%. A number of tensile
strengths in excess of 600 psi was obtained with a few exceeding 700 psi.
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In this series, several levels of vinyl monomer and several catalyst levels
were examined, but no clear pattern could be observed in the effects of

the different variables, except that markedly lower elongations at break
were obtained at the 5% vinyl level,

One sample, after being cured, was stored in a vessel at 94°C contain-
ing saturated water vapor for 7 days before it was postcured., This sample
had the highest tensile strength of any of those tested, showing, at the
very least, that the polymer had not been subjected to any significant
hydrolytic degradation,

6. Variations in tensile strengths and percent elongations: An effort
was made to improve the tensile strength properties of the experimental
elastomers through examining the effects of molecular weight, polymer struc-
ture, and compounding variables on tensile strength and percent elongation,
Conditions were ultimately found for which tensile strengths in the 600-800
psi range could reliably be.obtained, but values greater than that range
were not achieved. Depending on conditions, elongations in the range of
50-1507, were obtained.

Since the first polymers had relatively low molecular weights, it was
felt that improvements in the molecular weight would provide improved ten-
sile strengths. The data in Table I provide a summary of the properties of
a number of elastomers that were prepared both from the lower molecular
weight polymers and from the polymers which were prepared after technigques
were developed to increase the molecular weights., The data also represent
two levels of vinyl monomer in the composition and two catalyst levels.

At a low vinyl content, low molecular weights reduce strength, and at
high vinyl content and high catalyst level, high molecular weights reduce
strength., The latter results can probably be attributed in some instances
to overmilling of the tough polymers or failure to achieve good mixing
during the milling., The optimum milling was difficult to achieve with the
higher molecular weight‘pelymers and care taken to avoid overshearing may
have led to incomplete mixing. As the work progressed, heated rollers were
used to reduce the bulk viscosity of the polymer., It is interesting that
some of the highest strength elastomers were obtained from relatively low
molecular weight polymers when the vinyl monomer and catalyst levels were
sufficiently high.

More detailed information on the relationship of vinyl content and
catalyst level is summarized in Table II. For this table, the highest
value {an average of three determinations) for tensile strength along with
the corresponding percent elongation was selected when replicate values
for different samples of the same composite were available. The higher
values are perhaps more reliable since an average would be more influenced

6
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by specimens containing flaws, The tabulation shows clearly the expected
result that higher vinyl levels decrease the percent elongation., The same
effect is observable, but less pronounced for higher catalyst levels, On
the basis of these results, most of the subsequent samples examined were
based on a vinyl content of 4-57 and a catalyst level of 1.7 parts.

Because milling appeared to be a problem in obtaining high strength
elastomers, filler level in the cured elastomers from a high molecular
weight polymer was examined as a function of strength (Table III). Of the
proportions of filler tried, at least 40 parts was required to achieve
strengths comparable to those in Tables I and II,

Most other variables in the polymer composition caused little effect
on strength and elongation properties. The exception was that higher strength
elastomers were obtained from compositions prepared from oxydi-p-phenylene-
bis(dimethylsilanol) than from those prepared from p-phenylenebis(dimethyl-
silanol), although a great deal less work was done in optimizing the latter
system, Data comparing compositions based on the various cyclosiloxazanes
and the two arylenedisilanols with and without Mapico Red and cured at dif-
ferent temperatures are summarized in Table IV, Again in this table, high-
est values from replicate samples were used,

7. Reversion: A desirable property for high temperature elastomers
is that they retain their strength properties after being heated under
autogenous pressure in a closed system at 250°C for 24 hr. The particular
system under study in this work offers the possibility of withstanding these
conditions because only short siloxane segments are present in the chain, a
situation that would limit the probability of decomposition through cycliza-
tion. As a consequence, this property was studied in some detail. The
results are summarized in Table V.

The effect of polymer structure and composition on stability under these
conditions is marked. At the 2 mole % level, p-phenylenebis (methylvinyl-
silanol) did not contribute as much to the stability as it did when 4 or 8
mole % of the co-monomer was present. Monomers that provided links with more
than four silicon atoms between arylene groups were less stable, The re-
markably high strength retention of 72% was obtained for the polymer prepared
from p-phenylenebis(dimethylsilanol) and decamethyl-1,5-dioxa-3,7-diaza-
2,4,6,8-tetrasilacyclooctane.

8. Thermal stability: Under conditions of isothermal air aging,
elastomers of various compositions lost about 25% of their weight within
70 hr at 340°C and became brittle. When the temperature was lowered to
300°C, a similar extent of decomposition was observed at 170 hr., At a
still lower temperature, weight losses were slower and about 15% of the
original polymer weight had been lost after 670 hr.
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TABLE III

VARIATION OF TENSILE STRENGTH AND PERCENT ELONGATION OF EXPERIMENTAL
ELASTOMERS WITH FILLER LEVEL IN THE COMPOSITION

All polymers prepared from decamethyl-1,5~dioxa-3,7-
diaza~2,4,6,8-tetrasilacyclooctane and oxydi-p-phenyl-
enebis(dimethylsilanol) with 2 mole % p-phenylenebis-
(methylvinylsilanol); milled with the specified parts
of Hi 8il 233, Mapico Red, and 1,7 parts of tert-
butyl peroxybenzoate; and cured at 300°F

Hi S§i1 233 : Mapico Red | Tensile - Elongation

(parts) (parts) (psi) (%)
5 0 121 126
10 0 116 109
20 0 216 104
40 0 606 104
40 3 752 100
50 3 708 80
70 3 795 43
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TABLE IV

VARTATION IN TENSILE STRENGTHS AND PERCENT ELONGATION OF EXPERIMENTAL

ELASTOMERS BASED ON VARIOUS CYCLOSILOXAZANE AND ARYLENEDISTLANOLS,
WITH AND WITHOUT MAPICO RED AND CURED AT DIFFERENT TEMPERATURES

All polymers prepared from decamethyl-1,5-dioxa-3,7-diaza-
2,4,6,8-tetrasilacyclooctane and oxydi-p-phenylenebis(di-
methylsilanol) with 2 or 4-5 mole % of p-phenylenebis-
(methylvinylsilanol); milled with 40 parts of Hi Sil 233,
3 parts of Mapico Red, and 1.7 parts of tert-butyl peroxy-
benzoate; and cured at 300°F, unless otherwise specified.

p-Phenylenebis(methylvinylsilanol)

2 Mole % 4-5 Mole 7%
Tensile Elongation Tensile Elongation
(psi) (%) (psi) (%)

Cyclosiloxazane

(CH3) 10514N909 729 103 739 96

(CH3) 7513NO09 550 131 710 66

(CH3) gS1,NO5 -~ -- 609 84
Arylenedisilanol R

o[CgHs-p-S1i(CH3)90H]y 729 103 739 106

p-CgH, [81(CHg) ,0H ], 573 51 549 44
Mapico Red (parts)

0 729 123 739 96

3 752 100 675 64
Cure Temperature (°F)

300 729 103 739 106

280 788 107 724 66
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Most compositional parameters (vinyl content, cyclosiloxazane precursor,
and the presence or absence of ferric oxide) has little effect on the
weight losses. Polymers based on p-phenylenebis(dimethylsilanol) lost
weight somewhat more slowly than those based on oxydi-p-phenylenebis-
(dimethylsilanol).

The effect was better documented by aging tensile test specimens ina
circulating air oven at 260°C. Whereas a polymer based on p-~phenylenebis-
(dimethylsilanol) retained 977 of its strength after 100 hr, 847 after
300 hr, and 787 after 500 hr, a similar polymer based on oxydi-p-phenylene-
bis(dimethylsilanol) retained only 75% of its strength after 100 hr, 367
after 300 hr, and 587 after 500 hr.

In order to better assess the nature of the decomposition that was
occurring, a series of thermogravimetric experiments was carried out in
which the polymers were heated at various heating rates, both in air and in
nitrogen. Marked differences in thermogravimetric heat stabilities were
obtained depending on the particular conditions, The data, however, con-
tinued to show that the polymers with the oxydi-p-phenylene group were
more stable than those containing the p-phenylene groups, which is diffi-
cult to reconcile with the isothermal data.

These data were further treated to show that air oxidation remains an
important factor, even at 260°C, in polymers with methyl groups pendant to
siloxane chains, Activation energies for decomposition were calculated
from these data according to the method of Flynn and Wall (Ref. 2) and
found to be 19,2 kcal/mole for the polymer containing the oxydi-p-phenylene
group and 16.1 kcal/mcle for the polymer containing the p-phenylene group
when these polymers were heated in air. Doyle has reported that the net
apparent activation energy for the oxidation of a silicone resin in air
was 22,2 kcal/mole (Ref. 3), a value not greatly different from those
found here. It can therefore be assumed that the primary event in the
decomposition of these elastomers in air is oxidation rather than thermal
depolymerization. The data obtained in this work were not adequate to de-
termine if the calculated activation energies for the decomposition in nitro-
gen represented thermal depolymerization, which is about 43 kcal/mole (Ref. 4).

The thermogravimetric data for polymers prepared from decamethyl-1l,5-
dioxa-3,7-diaza-2,4,6,8~tetrasilacyclooctane, oxydi-p-phenylenebis(dimethyl-
silanol) or p-phenylenebis(dimethylsilanol), and 4 mole % of p-phenylenebis-
(methylvinylsilanol) are summarized in Figures 1-5.%

9. Hydrolytic stability and low temperature properties: Strength losses
of 35-55% were observed after samples were stores at 65-95°C for 500 hr under
sufficiently moist conditions that there was continual condensation of water
in the samples.

* All figures appear at the end of the report.
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Brittle temperatures were determined for several compositions. A
value of -100°C was obtained for the condensate from p-phenylenebis(dimethyl-
silanol) and decamethyl~-1,5-dioxa-3,7-diaza-2,4,6,8-tetrasilacyclohexane.
The polymer from the same cyclosiloxazane and oxydi-p-phenylenebis(dimethyl-
silanol) has a brittle point of -70°C but the temperature could be lowered
through the use of compositions based on cyclosiloxazanes providingjlaager
siloxane chain segments,

B. Condensation Polymers From Arvlenedisilanols and Cyclodisilazane

Derivatives
R¥
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One series of polymers was prepared from oxydi-p-phenylenebis(dimethyl~
silanol) and N,N*-bis[{diethylamine)dimethylsilyl}tetramethylcyciodisilazane
and each polymer was milled with filler and catalyst., These polymers did
not cure at 300°F unless 2 mole 7 of p-phenylenebis(methylvinylsilanol) was
present in the composition., The cured polymers had low strengths (less than
150 psi), and since condensates from these polymers are known to be hydro-
lytically unstable, the work was not pursued further.

Of considerably more interest were condensates of oxydi-p-phenylene-
bis{dimethylsilanol) and R,N‘bisE(dimethyiamino}methyi-3,3,3-trif1&cre-
prepyisiiyl]—2,4-bis(3,3,3-trif1uaregrcpyi}-2,Q-dimethylcycIedisilazaae,
which are more hydrolytically stable. A polymer of this composition was
used in a hydrolytic stability screening in which the infrared spectra of a
thin film on a KRS-5 optic was compared with spectra of a similar film of
the permethyl polymer at 200°F under conditions of high humidity, The per-
methyl polymer was nearly completely decomposed after 1 day's exposure,
but the film of the fluorine-substituted polymer was stable for at least
4 days. Stability was determined by comparing the relative intensities of the
silicon-methyl band at about 1260 em™! and the cyclodisilazane band at about
1010 em~l, Either leaching occurred or the polymer underwent gravity flow
during the test with a consegquent thinning and weakening of all absorption
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peaks. Presumably, if the molecular weight of this condensate could be
increased, the problem of the thinning of the film could be avoided.

The work on this polymer system was delayed owing to apparent problems
in purity, which are discussed in Paragraph II.C.2., Two very low molecular
weight polymers (7 = 0.06 and 0.09 d1/g) based on these monomers with 5 mole
% of p-phenylenebis(methylvinylsilanol) were prepared, but neither could be
cured with tert-butyl peroxybenzoate at 300°F., An attempt to advance the
polymerization thermally with phenothiazine added to the mixture led to the
loss of solubility of the polymer in toluene.

C. Synthesis of Monomers and Intermediates

A considerable effort was devoted to the synthesis and purification of
larger quantities of monomers for use in polymer preparations in the screen-
ing of the materials as elastomers. Although all of the necessary proce-
dures had been carried out previously, it was necessary in some instances to
modify or improve the methods.

1. Arylenedisilanol and cyclosiloxazane monomers and their interme-
diates: Although the procedure for the preparation of p-phenylenebis(di~
methylsilanol) and p-phenylenebis(methylvinylsilanol) and the intermediates
p-phenylenebis(ethoxydimethylsilane), oxydi-p-phenylenebis(ethoxydimethyl-
silane), and p-phenylenebis(ethoxymethylvinylsilane), were straightforward
and offered no difficulties, products of inconsistent quality were obtained
in the preparation of oxydi-p-phenylenebis(dimethylsilanol). The problem
of purity of this monomer in relationship to polymer synthesis was discussed
in Paragraph IV.A.l.

The best means to insure satisfactory purity was to dry samples of
oxydi-p-phenylenebis(dimethylsilanol) at 70°C under vacuum until their dif-
ferential thermal analysis traces showed no endotherms or exotherms prior to
fusion. Samples in which such effects persisted on continued heating and
in which the fusion endotherm broadened were redissolved in ethanol as their
sodium salts and rehydrolyzed. The behavior on differential thermal analy-
sis appears to be the best criterion for the suitability of these compounds
in polymerization reactions.

The cyclosiloxazanes were purified by distillation on a spinning-band
column, and careful distillations were required to obtain products with
high purity according to g.l.c. Decamethyl-1,5-dioxa-3,7-diaza-2,4,6,8-
tetrasilacyclooctane was particularly difficult to obtain in high purity
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since it contained an impurity that boiled within several degrees of the
cyclosiloxazane, Few of the monomers were obtained as 100% pure materials,
and although the impurities seemed to promote vinyl polymerization of the
p-phenylenebis(methylvinylsilanol) co-monomer in the polycondensation re-
actions, the effect could be minimized when inhibitors were present in the
mixtures,

Although the proportion of products in the preparation of g,y-dichloro-
siloxane precursors for the synthesis of the cyclosiloxazanes vary from
preparation to preparation, a sufficient number of experiments has been
carried out to indicate that the distribution to be expected is about 15:30:
15% yield of 1,3-dichlorotetramethyldisiloxane, 1,5-dichlorohexamethyltri-
siloxane, and 1,7-dichlorooctamethyltetrasiloxane, respectively, under the
experimental conditions. Yields varied from experiment to experiment owing
to the failure to exactly reproduce distillation conditions. Redistribution
of functional groups may continue to occur during distillation as long as
the ferric chloride catalyst is present in the mixture.

2. Cyclodisilazane monomers and intermediates: N,N‘;Bis(chlerodi-
methylsilyl) tetramethyleyclodisilazane was obtained in excellent yield
by heating the lithium salt prepared from 1,3-dichlorotetramethyldisilazane
and butyllithium, By-products, normally present in the egquilibration of
dichlorodimethylsilane and hexamethylcyclotrisilazanes to obtain the same
product, were not produced in this condensation., During this reporting
period, the method has been extended to include the synthesis of N,N'~bis-
(chloromethylphenylsilyl)-2,4-dimethyl-2,4~-diphenyleyclodisilazane from
1,3-dichloro-1,3-dimethyl~1,3-diphenyldisilazane; N,N'-bis{chloroethyl-
methylsilyD-2,4~diethyl-2,4-dimethylcyclodisilazane from 1,3-dichloro-1,3-
diethyl-1,3-dimethyldisilazane; and N,N'-bis(chloromethyl-3,3,3~trifluoro-
propylsilyl})-2,4-bis(3,3,3~trifluoropropyl)~2,4-~dimethylcyclodisilazane
from 1,3-bis(3,3,3~trifluoropropyl)-1,3-dichloro~-1,3-dimethyldisilazane,

R HR R Lir heat
2 C1-$i-N-$1-Cl + 2 Buli ———> 2 CL-§i-N-8i-Cl —neat o

R
R $1 =R R = CH
= Cglis
01-§i-u’f ;}N-§i-01 = CyHs

R

The modified synthesis procedure has been of particular interest for
cyclodisilazane derivatives substituted with 3,3,3~-trifluoropropyl groups
because condensation polymers of arylenedisilanols with 3,3,3-trifluoro~
propyl-substituted cyclodisilazane show a marked improvement in hydrolytic
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stability over those prepared from the permethyl derivatives, Although a
cyclodisilazane derivative could be prepared by the equilibration procedure,
the conversion was not high. Elemental analysis data appeared to be satis-
factory, but the product showed multiple peaks on g.l.c. Because the equil-
bration procedure is known to produce a number of by-products, the multiple
g.l.c. peaks could not be attributed with certainty to possible structural
isomerism,

In several preparations of N,N'-bis[chloro(methyl)-3,3,3-trif1uoropropy1—
silyl]-2,4-bis(3,3,3—trifluoropropy1)-2,4-dimethy1cyclodisi1azane by the
butyllithium procedure, conversions of about 70% were obtained. The product was
fractionally distilled three times, but products from each of the successive
distillations showed multiple g.l.c. peaks and little enrichment of the chief
component, When these intermediates were converted to the dimethylamino
monomers, some of the products, which were solid-liquid mixtures, showed the
presence of Si9NH absorption in their infrared spectra even though such an
absorption was absent in the chlorine -substituted intermediate. One of the
dimethylamino derivatives was washed with petroleum ether to give a 207 re-
covery of a material melting at 101-106° and provided an excellent elemental
analysis for N,N'-bis[(dimethylamino)methy1-3,3,3-trif1uoropropy1]-2,4-bis-
(3,3,3-trifluoropropyl)2,4-dimethyleyclodisilazane, This material also
showed multiple g.l.c. peaks,

It is therefore necessary to attribute the multiple g.l.c. peaks and

- wide melting ranges for these compounds to the existence of isomers, This
possibility had at first been discounted because, unlike the phenyl~substi-
tuted cyclodisilazane derivatives which form isomers, the methylsilyl pro-
ton absorption occurred as a single peak in the n.m.r. spectra. If the
presence of isomers must be assumed, it is difficult to establish criteria
for purity for the monomers other than the elemental analyses.

D. Other Preparations

A 248-g sample of 1,1,1-trichloro-3,3,3~trimethyldisilazane was pre~
pared by treating hexamethyldisilazane with silicon tetrachloride and for-
warded to the Materials Laboratory. Immediately after its preparation and
purification, the substance was g.l.c. pure, but after 3 weeks' storage
an impurity could be detected in the material. It is possible that dis-
proportionation could occur in such a structure, and if pure material is
required, it may need to be freshly distilled just prior to use.

In an attempt to prepare 1l,l-dichloro-1,3,3,3~tetramethyldisilazane
from hexamethyldisilazane and methyltrichlorosilane, disproportionation of
the product did occur during the distillation and a considerable amount
of solid, but unidentified product,was obtained.
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A new difunctional silazane monomer was prepared by sequentially
treating one equivalent of methyltris(ethylamino)silane with two equiva-
lents of butyllithium and one equivalent of silicon tetrachloride. The
monomer, 2,5-bis{ethylamiao)-2,5-éimethy1-1,3,4,6-tetraethylspir0[3.3]—
trisilazane, has been characterized,.

Calls C2Hs
H3C\Si N\S {/N\Sgﬁ:_;
1 1
CoHsNA Y/ Sy ONHCyH
Cali5 CoHs
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ITI.

SUMMARY

A. A procedure was developed by which adequate p-phenylenebis(methyl-
vinylsilanol) could be incorporated in cyclosiloxane-arylenedisilanol poly-
mers to provide crosslinking sites for curing. By this method, in which
phenothiazine was added to the polymerizing mixture, polymers with inherent
viscosities up to 3.5 dl/g were obtained.

B. Oxydi-p-phenylenebis(dimethylsilanol)-cyclosiloxazane condensates
could reproducibly be prepared, compounded, and cured to elastomers with
tensile strengths at break in the range of 600-800 psi and elongation at
break of 50-150%. Depending on the cyclosiloxazane, these elastomers re-
tained up to 40% of their strength after 24 hr in a closed vessel at 250°C.
Best stabilities were obtained when the polymers were prepared from deca-
methyl-1,5-dioxa-3,7-diaza-2,4,6,8-tetrasilacyclooctane. The polymers re-
tained 58% of their strength after 500 hr in a circulating air oven at 260°C.

C. A p-phenylenebis (dimethylsilanol)~decamethyl-1,5~dioxa-3,7-diaza-~
2,4,6,8-tetrasilacyclooctane condensate containing 4 mole 7 of p-phenylene-
bis(methylvinylsilanol), with a tensile strength of 549 psi and a 447 elonga-
tion at break, retained 72% of its strength after 24 hr and in a closed vessel
at 250°C and retained 78% of its strength after 500 hr in a circulating air
oven at 260°C. This polymer had a brittle temperature of -100°C.

D. Although the polymers from p-phenylenebis(dimethylsilanol) were
more stable than the polymers from oxydi-p-phenylenebis(dimethylsilanol)
under conditions of isothermal aging, the latter continued to appear to be
more stable on thermogravimetric analyses, Calculation of activation
energies of decomposition indicate that the primary decomposition event in

air is methyl group oxidation and not depolymerization with the formation
of cyclic structures,

E. Compounded and cured polymers from oxydi-p-phenylenebis(dimethyl-
silanol) and N,N'-bis[dﬁnethyl(dﬁmethylamino)silyl]tetramethylcyclodisilazane
with p-phenylenebis(methylvinylsilanol) had tensile strengths at break below
150 psi. The corresponding polymers from N,N'-bis[(dimethylamino)methyl-
3,3,3-trif1uoropropylsily11—2,4-bis(3,3,3-trif1uoropropy1)-2,4-dimethyl-
cyclodisilazane could not be cured. The improved hydrolytic stability of
the latter polymer was established.

19




F. Improved synthetic procedures were established for N,N'-bis{(éi—
methyiaminc}methyi-B,B,3-trif1&ereprapylsily1]-2,é'bis(3,3,3-tri£1aaro-
propyl)-2,4-dimethylcyclodisilazane, N,N*-bis[chlore(ethyi)methyisilyi]-
2,4~diethyl-2,4-dimethylcyclodisilazane, and N,N‘-bis[chiora(methyl}phenyl-
silyi]—2,4-d§methyi-2,4-dipheny1cyclo&isilazane, The procedure involves
the thermolysis of the lithium salts of 1,3-dichloro-1,3-diorgano-1,3~di-
methyldisilazanes.

G. A new difunctional spirosilazane monomer, 2,5-bis(ethylamino)-2,5-

dimethyl-l,S,é,6-tetraethyispire[3,3]trisilazaﬁe, was prepared and char-
acterized,
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Iv.

EXPERIMENTAL

All chlorosilanes were redistilled before being used. Reactions with
hydrolytically sensitive compounds were carried out in glass equipment
that had been flame-dried and flushed with dry nitrogen before use. Reac-
tants were protected from atmospheric moisture with Drierite-packed tubes
or a positive pressure of dry nitrogen as needed, Elemental analyses were
conducted by Spang Microanalytical Laboratory. Infrared spectra were deter-
mined with a Perkin-Elmer Infracord spectrophotometer and n.m.r. spectra
were determined with a Varian Associates Model A60 spectrometer using cyclo-
hexane as an internal standard. The inherent viscosities of polymers were
determined in toluene solution at 30°C in a concentration of 0.5%.

A, Synthesis of Arylenedisilanol Monomers and Intermediates

1. p-Phenylenebis(ethoxydimethylsilane): A solution of 354 g (1.49
moles) of freshly recrystallized p-dibromobenzene in 775 ml dry tetrahydro-
furan was added in rapid drops to 80.2 g (3.30 g-atoms) of previously
activated magnesium covered with 50 ml of tetrahydrofuran. The reaction
proceeded exothermally., After the addition was complete, the mixture was
refluxed for 2 hr, then treated with 444 g (3.00moles) of diethoxydimethyl-
silane in rapid drops. An additional exothermic reaction occurred during
the addition. The product was refluxed overnight, cooled to room tempera-
ture, and filtered to remove the unchanged magnesium. Magnesium salts were
precipitated by concentration of the filtrate on a rotary evaporator and
extracted exhaustively with petroleum ether, b.p., 60-90°C. The combined
extracts were combined, concentrated, and distilled. Redistillation on a
36-in. spinning band column gave 193 g (46%) of p-phenylenebis(ethoxydi-
methylsilane), b.p. 117-118°C (3.5 mn), n20 1.4790-1.4792 [reported b.p.,
119-120°C (3.6 mm), n20 1.47827 (Ref. 5).°

2. p-Phenylenebis(dimethylsilanol): A total of 193 g (0.684 mole) of
p-phenylenebis (ethoxydimethylsilane) was added to a solution of 142 g (3.55
moles) of sodium hydroxide in 500 ml of methanol and 56 ml of water. To
this mixture was added a solution of 142 g (3.55 moles) of sodium hydroxide
in 550 ml of water. After 1 hr, the solution was added to a rapidly stirred
mixture of 2.8 kg of ice, 2.8 kg of water and 724 g (5.32 moles) of mono~
basic sodium phosphate. The precipitated compound was filtered off, washed
with water until the washings were neutral, and recrystallized twice from
toluene. There was obtained 129 g (83%) of p-phenylenebis(dimethylsilanol),
m.p. 135-136°C (reported, 136-137°C) (Ref. 5).
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3. Diethoxymethylvinylsilane: A solution of 298 g (6.47 moles) of
dry ethanol in 484 g (6.12 moles) of pyridine was added dropwise to a
solution of 432 g (3.06 moles) of dichloromethylvinylsilane in 2 liters
of petroleum ether, b.p. 35-60°C, while the temperature was maintained be-
tween 15-20°C with an ice bath, After the mixture was stored overnight,
filtration gave 713 g (caled. 710 g) of pyridine hydrochloride. Concen-
tration of the filtrate and fractional distillation gave 345 g (70%) of
diethoxymethylvinylsilane, b.p. 132-133°C, n3’ 1.4007 (reported b.p. 132°C,
n%‘i} 1.4006) (Ref. 1b).

4, p-Phenylenebis (ethoxymethylvinylsilane): A solution of 255 g
(1.08 moles) of p~dibromobenzene in 550 ml of tetrahydrofuran was added
in rapid drops to 56.1 g (2.31 g-atoms) of previously activated magnesium
covered with 20 ml of tetrahydrofuran at g rate that maintained rapid re~
flux. After the addition was complete, heating was continued for 2 hr and
345 g (2.16 moles) of diethoxymethylvinylsilane was added. The mixture
was refluxed overnight, cooled, and filtered to remove 4.8 g of unchanged
magnesium., After the magnesium salts were precipitated by evaporation of
the solvent the residue was extracted exhaustively with petroleum ether,
b.p. 60-90°C., Evaporation of the solvent and distillation of the product
gave 190 g of crude product which, upon fractional distillation on a 36-in,
spinning-band column,gave 154 g (49%) of p-phenylenebis(ethoxymethylvinyl-
silane), b.p. 107°C (0.5 mm), nj0 1.4960 [reported b.p. 140°C (2 mm) ] (Ref.
1b).

5. p-Phenylenebis(methylvinylsilanol): A solution of 154 g (0.505
mole) of p-phenylenebis(ethoxymethylvinylsilane) in 150 ml of 95% ethanol
was treated sequentially with a solution of 104 g (2.55 moles) of sodium
hydroxide in 355 ml of methanol and 33 ml of water and a solution of 104 g
(2.55 moles) of sodium hydroxide in 388 ml of water. After 1 hr, this
solution was added dropwise with rapid stirring to a mixture of 526 g (3.87
moles) of monobasic potassium phosphate, 2 kg of ice, and 2 kg of water.
The precipitated solids were filtered off, washed exhaustively with water,
gnd dried under vacuum, Recrystallization from toluene gave 91 g (71%) of
p-phenylenebis (methylvinylsilanol), m.p. 95-96°C (capillary) [repcrted
m.P., 95-96°C (differential thermal analysis)] (Ref, 1b).

6. Oxydi-p-phenylenebis(ethoxydimethylsilane): To 115 g (4.71 g-atoms)
of freshly activated magnesium covered with 200 ml of tetrahydrofuran was
added a solution of 700 g (2.14 moles) of p-bromophenyl ether in 1.1 liters
of tetrahydrofuran over a period of 2.5 hr at a rate that maintained a brisk
reflux. Heating was continued for 2 hr, then 634 g (4.28 moles) of diethoxy-
dimethylsilane was added in 1 hr and heating was continued overnight., The
cooled mixture was filtered to remove 13.5 g of unchanged magnesium and
evaporated on a rotary evaporator to precipitate the magnesium salts, The
residue was extracted three times with an excess of petroleum ether,
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b.p. 60-90°C, the second extraction preceded by passing the salts through
a No. 6 mesh screen and the third extraction preceded by passing the salts
through a No., 14 mesh screen, After the extracts were evaporated and the
residue was flash distilled, 535 g of crude oxydi-p-phenylenebis (ethoxydi-
methylsilane) was obtained., 1In an attempt to purify this batch by distil=-
lation, the material was lost through the breakage of the distillatiomn pot.

The procedure was repeated in a second experiment and 595 g of the
impure oxydi-p-phenylenebis (ethoxydimethylsilane) was obtained after the
preliminary distillation. Fractional distillation on a 36-in. spinning-
band column gave 462 g (58%) of oxydi-p-phenylenebis(ethoxydimethylsilane),
b.p. 144-146°C (0.1 mm), nZ0 1.5200 [reported b.p. 137-138°C (0.01 mm) ],
n%O 1.5210 (Ref, lc).

In another repetition of the procedure with 1.94 moles of bis(p-bromo-
phenyl)ether 52% of oxydi-p-phenylenebis(ethoxydimethylsilane), b.p. 144 c
(0,04 mm), nD 1.5200-1,5208 was obtained.

7. Oxydi-p~-phenylenebis(dimethylsilanol): In two batches, 231 g
(0.62 mole) of oxydi-p-phenylenebis(ethoxydimethylsilane) was added to a
solution of 126 g (3.1 moles) of sodium hydroxide in 442 ml of methanol
and 50 m1 of water and then a solution of 126 g (3.1 moles) of sodium
hydroxide in 500 ml of water was added. Stirring was continued for 3 hr.
The solution was added dropwise to a rapidly stirred mixture containing
315 g (2.3 moles) of monobasic potassium phosphate, 2.2 liters of water,
and 2.2 kg of ice. After the precipitated silanol was washed thoroughly
by sequentially slurrying the solids with distilled water and filtering
off the insoluble portion until the washings were neutral, the silanol was
dried at 55°C for 24 hr under vacuum. Two recrystallizations from toluene-
petroleum ether mixtures gave, after the product was dried for 48 hr at
70°C under vacuum, in one experiment 136 g (70%) and in the other 128 g
(65%) of oxydi-p-phenylenebis(dimethylsilanol), m.p, 101-103°C and 101~
103°C, Differential thermal analysis showed that neither sample was pure.

The foregoing samples were reworked in the following manner: A 133~
g (0.42 mole) portion of oxydi~p-phenylenebis(dimethylsilanol) was redis-
solved in a sodium hydroxide solution and precipitated from a solution of
monobasic potassium phosphate. The oxydi-p-phenylenebis (dimethylsilanol)
was added to a solution of 83.6 g (2.1 moles) of sodium hydroxide in 293
ml of methanol and 34 ml of water and a solution of 83,6 g (2.1 moles) of
sodium hydroxide in 326 ml of water was subsequently added to the mixture,
After the mixture was heated to boiling over a 2~hr period, 6.5 g of a
waxy solid was removed. The remaining solution was cooled and added slowly
to a stirred mixture of 433 g (3.1 moles) of monobasic potassium phosphate,
1,650 ml of water, and 1,650 g of crushed ice., After the precipitated
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material was filtered off and washed with distilled water until the washings
were neutral, two recrystallizations from 200 ml of toluene gave 92 g (69%
recovery) of oxydi-p-phenylenebis(dimethylsilanol), m.p. 103-105°C (reported
m.p. 103-104°Q (Ref. 5). The second portion of oxydi-p-phenylenebis(di-
methylsilanol), dissolved in 200 ml of 95% ethanol rather than being added
undiluted to the saponifying mixture, gave 121 g (91% recovery) of oxydi-
p-phenylenebis (dimethylsilanol), m.p. 102-104°C was obtained.

A total of 119 g (0.375 mole) of very impure oxydi-p-phenylenebis(di~
methylsilanol) recovered from various recrystallization liquors was heated
in a mixture of 1 liter of 95% ethanol and 105.6 g (1.88 moles) of potassium
hydroxide until the diol had dissolved. A heating period of 0.5 hr under
reflux was necessary. The cooled solution was added dropwise to a stirred
mixture of 194 g (1.43 moles) of monobasic potassium phosphate in 1.4 liters
of water and 1,4 kg of ice. The gummy precipitate was filtered off, washed
exhaustively with water, air dried, recrystallized twice from 200-ml por-
tions of toluene, and dried overnight at 70°C under vacuum. The product,

52 g (447 recovery) was not completely pure after two recrystallizations
from toluene.

Subsequently, 49.3 g (0.155 mole) of this impure oxydi-p-phenylene-
bis{dimethylsilanol) dissolved in 75 ml of 957 ethanocl, was added to a
solution of 31,2 g (0.78 mole) of sodium hydroxide in 110 ml of methanol
and 12 ml of water. The mixture was treated with a solution of 31.2 g
(0.78 mole) of sodium hydroxide in 122 ml of water and stirred for 3 hr
at room temperature. The solution was then added dropwise to a rapidly
stirred mixture of 160 g (l.ls'males} of monobasic potassium phosphate in

"630 ml of water and 630 g of ice. After the precipitate was filtered off
and washed with distilled water until it was neutral, it was dried over-
night under vacuum at 70°C. When the product was recrystallized twice from
toluene and dried overnight, 40.3 g (82% recovery) of pure oxydi-p-phenylene-
bis(dimethylsilanol), m.p. 103-104°C (differential thermal analysis), was
obtained.

In a similar procedure, 218 g (0.581 mole) of oxydi-p-phenylenebis~
(ethoxydimethylsilane), treated first with 116 g (2.91 moles) of sodium
hydroxide in 407 ml of methanol and 46 ml of water and second with 116 g
(2.91 moles) of sodium hydroxide in 453 ml of water and hydrolyzed with a
mixture of 600 g (4.41 moles) of monobasic potassium phosphate in 2,33
liters of water and 2.33 kg of ice, gave 152 g (82%) of pure oxydi-p-
phenylenebis (dimethylsilanol), m.p. 103-105°C, after two recrystalliza-
tions from toluene,

The same procedure with 175 g (0.467 mole) efloxydifgfpheﬁylenebis—
(dimethylsilanol) and proportionate quantities of the other materials gave
124 g (84%) of impure oxydi-p-phenylenebis(dimethylsilanol), A differential
thermal analysis trace showed a weak endotherm followed by an exotherm at
about 95°C, somewhat below the fusion temperature.
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This impure product was reworked as two 62-g batches by the procedure
described in the third paragraph of this section. In both experiments
53 g (86% recovery) of pure oxydi-p-phenylenebis(dimethylsilanol) was ob-
tained. The purity was verified by differential thermal analysis,

Additional impure samples totaling 47.4 g (0.15 mole) were combined,
dissolved in 200 ml of 95% ethanol, mixed with a solution of 41.8 g (0.75
mole) of potassium hydroxide in 200 ml of ethanol, and the mixture was re-
fluxed for 1 hr, The solution was cooled and added dropwise to a rapidly
stirred solution of 77.0 g (0.57 mole) of monobasic potassium phosphate in
560 ml of water and 560 g of ice. After the precipitated diol was filtered
off, washed exhaustively with water, air-dried for 1 day, and dried under
vacuum for 4 hr at 70°C, recrystallization of the product from toluene gave
43.4 g (91% recovery) of oxydi-p-phenylenebis(dimethylsilanol), m,p. 105~
106°C (differential thermal analysis).

Two samples prepared earlier (Ref. 1la) were analyzed by emission
spectroscopy for sodium and phosphorus. The silanol that had been prepared
by the hydrolysis of the sodium salt in which sodium hydroxide and monobasic
potassium phosphate were present in a mole ratio of 4:1.,5 showed 0.058%
sodium and 0.05% phosphorus. The sample prepared with the mole ratio of
4:2 showed 0.065% sodium and 0.047% phosphorus.

B. Synthesis of Cyclosiloxazane Monomers and Intermediates

1, 1,3-Dichlorotetramethyldisiloxane, 1,5-dichlorohexamethyltri-
siloxane, and 1,7-dichlorooctamethyltetrasiloxane: After a mixture of
296 g (2 moles) of diethoxydimethylsilane, 1,132 g (8.78 moles) of dichloro-
dimethylsilane, and 3 g of ferric chloride were mixed and heated to 72°C
over a period of 6 hr until ethyl chloride was no longer evolved, 541 g of
unchanged dichlorodimethylsilane was distilled off at atmospheric pressure.
A rapid distillation of the remainder of the material at 35-40 mm gave
434 g of a mixture of products. When this distillate was redistilled at
40 mm through a 12-in, column packed with Berl saddles, the following frac~
tions were collected: (a) 89.1 g b.p. 58°C; (b) 21.1 g, b.p. 62-94°C; (c)
104.3 g, b.p. 95-96°C; (d) 72.9 g, b.p. 97-127°C; and (e) 89.7 g, b.p.
128°C., Redistillation of (b) gave (f) 49.7 g, b.p. 58°C. Fractions (a)
and (f) were identified as 1,3-dichlorodisiloxane (139 g, 17%).

In a similar experiment with 296 g (2.00 moles) of diethoxydimethyl-
silane, 1,072 g (8.33 moles) of dichlorodimethylsilane, and 3.0 g of ferric
chloride, 430 g of dichlorodimethylsilane was recovered and 480 g of a mix-
ture of products was obtained in a preliminary distillation. Fractional
distillation at 40 mm gave the following: (g) 108 g, b.p. 58°C; (h) 38 g,
b.p. 61-95°C; (i) 165 g, 96°C; (j) 25.7 g, b.p. 102-125°C; and (k) 85 g,
127-128°C., Redistillation of (h) at 40 mm gave 21.9 g (1) of distillate,
b.p. 58°C. Fractions (g) and (1) were identified as 1,3-dichlorodisiloxane
(130 g, 16%).
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All other fractions were combined and redistilled. There was ob-
tained 344 g (31%) of 1,3~dichlorohexamethyltrisiloxane, b.p. 96°C (40 mm)
and 159 g (15%) of 1,5-dichlorcoctamethyltetrasiloxane, b.p. 127-128°C
(40 mm).

In a third experiment with 1,132 g (8.78 moles) of dichlorodimethyl-
silane, 296 g (2.00 moles) of diethoxydimethylsilane, and 3 g of ferric
chloride, heated at about 70°C for 5.5 hr, the following products were ob-
tained: Recovered dichlorodimethylsilane, 441 g; 1,3-dichlorotetramethyl-
disiloxane, 178 g (22%), b.p. 58°C (40 mm); an intermediate fraction, 40
g; 1,5-dichlorohexamethyltrisiloxane, 198 g (36%), b.p. 95-97°C (40 mm);
an intermediate fraction, 27 g; and 1,7-dichlorooctamethyltetrasiloxane,
71 g (7%), b.p. 126-128°C (40 mm).

The 1,3-dichlorotetramethyldisiloxane and 1,5-dichlorohexamethyl-
trisiloxane were each combined with previously prepared samples and redis-
tilled through a 30-cm saddle-packed column., Distillation of a total of
235 g of the dichlorodisiloxane gave 223 g of 1,3-dichlorotetramethyldi-~
siloxane, b.p. 58°C (40 mm), g.l.c. purity 99.1% (2-meter column packed
with 5% SF 96 on 100/120 mesh Gas Chrom Q, 102°C, He carrier, flow rate
44 ml/min). When 339 g of the dichlorotrisiloxane was redistilled, 315 g
of 1,5~dichlorchexamethyltrisiloxane, b.p. 97°C (40 mm) was recovered,
g.l.c. purity 95.4% (same conditions)., A third distillation gave 299 g of
1,5-dichlorchexamethyltrisiloxane, b.p. 98-99°C (40 mm), g.l.c. purity
91.7%.

By the same method, 1,132 g (8.78 moles) of dichlorodimethylsilane,
296 g (2.00 moles) of diethoxydimethylsilane, and 3 g of ferric chloride
heated at 71°C for about 8 hr, the following products were obtained: Re-
covered dichlorodimethylsilane, 515 g; 1,3~dichlorotetramethyldisiloxane,
58 g, b.p. 58-59°C (40 mm) [reported b.p., 58-59°C (40 mm}] {(Ref, 7); an
intermediate fraction, 94 g; 1,5-dichlorchexamethyltrisiloxane, 141 g, b.p.
96-98°C (40 mm) [reporte& b.p., 94-96°C (40 mm)] {(Ref. 7); and 1,7-di-
chlorcoctamethyltetrasiloxane, 77 g, b.p. 126-128°C (40 mm) [reperted b.p.
126-128°C (40 mm)]‘(Ref. 6).

2, Decamethyl-1,5-dioxa-3,7-diaza-2,4.6,8-tetrasilacyclooctane:

Five fractions of previously prepaved 1,5-dioxa-3,7-diaza-~2,4,6,8-tetra-
silacyclooctane were combined and redistilled through an annular sginning?
band column. The following fractions were collected and their g.l.c.
purity determined (2-meter column packed with 5% SF-96 on 100/200 mesh
Gas Chrom Q, column temperature 151°C, He carrier, flow rate 37 ml/min):
(a) 1.8 g, b.p. 85-91°C (5 mm), 78%; (b) 26.0 g, b.p. 91°C (5 mm), 97%;
(c) 27.5 g, b.p. 91°C (5 mm), 99%; and (d) 27.4 g, b.p. 91°C (5 mm), 100%.
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In another preparation, 214 g (1.05 moles) of redistilled 1,3-dichloro-
tetramethyldisiloxane, dissolved in 750 ml of petroleum ether, b.p. 60-90°C,
was heated to 50°C and maintained there with periodic cooling while methyl=-
amine was passed over the surface of the stirred liquid until there was
evidence of the presence of an excess of the amine, After heating was con-
 tinued for 1.5 hr, the cooled mixture was filtered and 143.3 g (calcd.

142 g) of methylamine hydrochloride was collected. The solvent was removed
in a rotary evaporator at 30°C and the residue was flash-distilled to ob-
tain 108.7 g of crude product. Redistillation on a 30-in. spinning-band
column gave the following fractions (including their g.l.c purity): (e)
36.9 g, b.p. 87-88°C (5 mm), 88%; (£) 45.9 g, b.p. 91-92°C

(5 mm), 94%.

When fractions (b), (c), (e), and (f) were combined and redistilled
through the 36-in., spinning-band column, the following cuts were obtained:
(g) 5.2 g, b.p. 80-84°C (5 mm); (h) 11.3 g, b.p. 88-90°C (5 mm), 82%;

(i) 23.0 g, b.p. 90°C (5 mm), 93%; (j) 20.2 g, b.p. 90°C (5 mm), 95%; and
(k) 73.9 g, b.p. 90°C (5 mm), 97%.

After 223 g (1.10 moles) of 1,3-dichlorotetramethyldisiloxane was
dissolved in 800 ml of petroleum ether, b.p. 60-90°C, and heated to 50°C,
an excess of methylamine was passed over the surface of the stirred mix-
ture, which was maintained at 50-55°C by periodic cooling with an ice bath,
After 152 g (calcd., 148 g) of methylamine hydrochloride was filtered off,
the solvent was removed in a rotary evaporator, then rapidly distilled,
Fractional distillation through a 30-in. spinning-band column gave 62.9 g
(35%) of decamethyl-1,5-dioxa-3,7-diaza-2,4,6,8-tetrasilacyclooctane, b.p.
93°C (5 mm), g.l.c purity 93.3% (2-meter column packed with SF 96 on 100/
120 mesh Gas Chrom Q, 150°C, He carrier, flow rate 34 ml/min).

Redistillation of 76.2 g of various impure fractions of the subject
compound through a 30-in. spinning-band column gave 63.5 g (86% recovery)
of decamethyl-1,5-dioxa-3,7-diaza~2,4,6,8-tetrasilacyclooctane, b.p. 88°C
(5 mm), g.l.c. purity 95.3% (same conditions),

In a repetition of the preparation with 0.69 mole of 1,3-dichloro-
tetramethyldisiloxane, the yield was 52% and the product distilled at 88-
89°C (5 mm), g.l.c. purity 96.6% (2-meter column packed with SF 96 on 100/
120 mesh Gas Chrom Q, 124°C, He carrier, flow rate 37 ml/min) [reported,
b.p. 87-88°C (5 mm)] (Ref. 6).

3. Heptamethyl-1,3-dioxa-5-aza-2,4,6~trisilacyclohexane: 1In a
procedure similar to the one described for decamethyl-1,5-dioxa-3,7-diaza-
2,4,6,8-tetrasilacyclooctane, 298 g (1.08 moles) of 1,5-dichlorohexamethyl-
trisiloxane and an excess of methylamine gave 145 g (calcd., 146 g) of
methylamine hydrochloride and 165.2 g (65%) of hexamethyl-1l,3-dioxa-5-aza-
2,4,6-trisilacyclohexane, b.p. 83-85°C (51 mm), after it was distilled

27




through a 12-in. vacuum-jacketed column packed with Berl saddles. The
g.l.c. purity of a 93-g portion of this distillate was near 100% (2-meter
column packed with 100/120 mesh SF 96 on Gas Chrom Q, 102°C, He carrier,
flow rate 40 ml/min).

In a 0.96-molar preparation, 73% of heptamethyl-1,3-dioxa-5-aza-2,4,6-
trisilacyclohexane, b.p. 87°C (55 mm), n%o 1.4100, was obtained [repsrted
b.p. 60-61°C (17 mm), ng0 1.41007 (Ref. 6).

4, Nogamethyi-I,S,5-£riexa-?-aza-214)6,S-tetrasilacycloectane:
Methylamine was introduced over the surface of a soclution of 178 g (0.575
mole) of 1,7-~dichlorooctamethyltetrasiloxane dissolved in 1 liter of petroleum
ether, b,p. 60-90°C, which had been previously heated to 50°C, until excess
methylamine condensed in the exit trap. Occasional cooling with an ice
bath was required during the addition to maintain the temperature of the
mixture at 50°C. After the mixture was cooled, 79.1 g (calcd., 77.6 g) of
methylamine hydrochloride was filtered off. Fractional distillation on a
30~-in. spinning-band column gave 109 g (61%) of nonamethyl-1,3,5-trioxa-
7-aza-2,4,6,8-tetrasilacyclooctane, b.p. 77°C (7 mm), n%g 1.4218 [reported
b.p. 84-85°C (8 mm), n%ﬂ 1.4202} (Ref, 6), g.l.c. purity, 97.5% (2-meter
column packed with SF 65 on 100/120 mesh Gas Chrom Q, 150°C, He carrier,
flow rate 36 ml/min).

5. 1,3-Bis{(3,3,3-trifluoropropyl)-1,3-dichloro-1,3-dimethyldisiloxane
and 1,3,5-~trimethyl-1,3,5-tris(3,3,3-trifluoropropyl)trisiloxane: To a
solution of 28.8 g (0.14 mole) of dichloromethyl-3,3,3-trifluoropropylsilane
in 20 ml of toluene, which was heated at 85°C, was added a solution of 1,22 g
{0.068 mole) of water dissolved in 1,61 g of pyridine over a 0.5~hr period,
After the mixture was heated for an additional hour, cooled, filtered, and the
toluene distilled off, a preliminary distillation gave 14.2 g of distillate
boiling 63-105°C (0.6 mm) and 8.1 g of recovered dichloromethyl-3,3,3-tri-
fluoropropylsilane, Redistillation gave 7.0 g (28%) of 1,3-bis(3,3,3-tri-
fluoropropyl)-1,3-dichloro-1,3~dimethyldisiloxane, b.p. 61-63°C; infrared
'spectrum, Figure 6; n.m.r. peaks (CCly) at T 9.45 (6H singlet, SiCH3)
T 8.76-9.05 (4H multiplet, SiCHy), and 1 7,57-8.03 (4H multiplet, CH)CF3)
and 4.7 g (24%) of 1,5-dichloro-1,3,5-trimethyl-1,3,5~-tris(3,3,3-trifluoro-
propyl)trisiloxane, b.p. 95°C (0.6 mm); infrared spectrum Figure 7; n.m.r.
peaks (CClg) at T 9.77 (3H singlet, 0Si(CH3)0), T 9.49 (6H singlet, C15i(CH3)0),
T 8.79-9.09 (6H multiplet, SiCHp),and T 7.59-8.22 (6H multiplet, CHpCF3).

Anal, Caled. for CSHI‘{}CIZFﬁﬂSiE: c, 26.15; H, 3.83}; F, 31.04; 8i,
15.30. Found: C, 26.43; H, 3.80; F, 31.45; Si, 15.80.
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Anal. Caled. for CypHy1ClyFq0,8i3: C, 27.53; H, 4,04; F, 32,67; Si,
16,10, Found: C, 27.15; H, 3,99; F, 32.02; Si, 15.21,

In a second experiment with 100 g. (0.47 mole) of dichloromethyl-
3,3,3-trifluoropropylsilane and 4.32 g (0.24 mole) of water in 5.59 g of
pyridine, 16.1 g of recovered dichloromethyl-3,3,3-trifluoropropylsilane,
24,6 g (28%) of 1,3-bis(3,3,3-trifluoropropyl)-1,3-dichloro-1,3-dimethyl-
disiloxane, b.p. 63-65°C (1,6 mm) and 22.3 (32%) of 1,5-dichloro-1,3,5-
trimethyl-1,3,5~-tris (3,3,3-trifluoropropyl)trisiloxane, b.p. 109-111°C
(1.6 mm) were obtained,.

C. Synthesis of Cyclodisilazane Monomers and Intermediates

1. N,N'-Bis(chloroethylmethylsilyl)-2,4-diethy1-2,4-dimethyleyclodi-
silazane: A solution of 9.5 ml (0.015 mole) of 1.6 M n~butyllithium in
hexane was added dropwise to a solution of 3.4 g (0.015 mole) of 1,3-di-~
chloro-1,3-diethyl-1,3~dimethyldisilazane in 20 ml of petroleum ether,
b.p. 60-90°C, which was cooled to -65°C in an isopropyl alcohol-Dry Ice
bath. After the mixture was slowly warmed to room temperature and the
solvent removed by distillation at 70°C, the residue was heated at 175°C
for 1 hr, cooled, taken up in 40 ml of petroleum ether, and filtered to
remove 0.7 g (caled. 0.6 g) of lithium chloride. Vacuum distillation of
the filtrate gave 1.2 g (41%) of N,N'-bis(chloroethylmethylsilyl)-2, 4-di-
ethyl-2,4-dimethylcyclodisilazane, b.p. 114°C (0.20 mm); infrared spectrum,
Figure 8 [reported b.p., 118-120°C (0.3 mm)] (Ref. 7a).

2. 2,4,6-Trimethyl-2.4,6-triphenylcyclotrisilazane: A solution of
81 g (4.8 moles) of ammonia in 800 ml of petroleum ether, b.p. 60-90°C,
which was cooled in an isopropyl alcohol-Dry Ice bath, was treated with
191 g (1.0 mole) of dichloromethylphenylsilane over a period of 0.75 hr,
and the mixture was warmed to room temperature. Filtration afforded 104.1
g (caled 107 g) of ammonium chloride. After the filtrate was concentrated
in a rotary evaporator at 50°C, vacuum distillation of the residue through
a short-path column gave 121 g (91%) of 2,4,6-trimethyl-2,4,6-triphenyl-
cyclotrisilazane, b.p. 208-212°C (0.5 mm) [reported b.p., 195-197°C (0.05
mm)] (Ref. 1d).

3. 1,3-Dichloro-1,3-dimethyl~1,3-diphenyldisilazane: After 20.3 g
(0.050 mole) of mixed isomers of 2,4,6-trimethyl-2,4,6~triphenylcyclotri~
silazane and 47.8 g (0.250 mole) of dichloromethylphenylsilane were heated
at 150°C for 1.5 hr, distillation gave the following fractions: (a) 46.3 g,
b.p. 32°C (0.4 mm) to 100 (0.1 mm), mostly recovered dichloromethylphenyl-
silane, (b) 33.9 g, b.p. 128-140°C (0.1 mm), mostly 1,3-dichloro-1,3-di-
methyl-1,3-diphenyldisilazane, and (c¢) 10.8 g of residue (69% yield). Re-
distillation of fraction (b) gave 22.5 g of purer material, b.p. 134°C
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(0.1 mm); infrared spectrum, Figure 9; n.m.r. peaks (CClg) at r 9.36 and
T 9.46 (6H two singlets, SiCH3) and r 2,17-2,71 (10H multiplet, SiCgHs),
[reported b.p. 158-160°C (0.2 mm)] (Ref. le), The infrared and n.m.r.
spectra of the 3,6-~g residue indicated that it had predominately a cyclo-
disilazane structure.

4. N,N'-Bis{chloromethylphenylsilyl)-2,4-dimethyl-2,4~-diphenylcyclo~
disilazane: After 37.5 ml (0.059 mole) of 1.6 M n-butyllithium in hexane
was added over a period of 0.75 hr to a solution of 1,3-dichloro-1,3~-di-
methyl-1,3-diphenyldisilazane, which was maintained at -65°C during the
addition, the mixturewas slowly warmed to room temperature and subsequently
heated until the solvent had distilled from the mixture. The residue was
heated at 285°C for 1 hr., cooled, dissolved in 50 ml of toluene, and 2.5
g (caled. 2.1 g) of lithium chloride was filtered off. After the filtrate
was concentrated in a rotary evaporator, fractional distillation gave 12.4
g (72%) of N,N'-bis(chloromethylphenylsilyl)-2,4~-dimethyl-2,4~diphenyl-
cyclodisilazane, b.p. 220-221°C (0.2 mm), m.p. 70-110°C; infrared spectrum,
Figure 10 [reported b.p. 218-220°C (0.2 mm)] (Ref. 7b).

5. 2,4,6-Trimethyl-~2,4,6-tris(3,3,3-trifluoropropyl)eyeclotrisilazane:
An excess of freshly distilled ammonia was added to a solution of 31.6 g
(0.15 mole) of dichloromethy1(3,3,3-trifluoropropyl)silane in 300 ml of
petroleum ether, b.p. 60-90°C, while the mixture was maintained at a tem-
perature of 50°C. After the mixture had been heated at 50°C for 1 hr, it
was cooled and 17.3 g (calcd, 16.0 g) of ammonium chloride was filtered off.
When the filtrate was concentrated on a rotary evaporator at 25°C, vacuum
distillation of the 22.3-g residue gave 18.2 g (79%) of 2,4 ,6-trimethyl-
2,4,6-tris(3,3,3-trifluoropropyl)cyclotrisilazane, b.p. 100-110°C (0.20 mm);
infrared spectrum, Figure 11 [reported b.p. 134-136°C (1.0 mm}} (Ref. 1d).

A repetition of the procedure with 55.8 g (0.27 mole) of dichloro~
methyl-3,3,3-trifluoropropylsilane in 500 ml of petroleum ether, b.p. 60-
90°C, at 50°C gave 31.1 g (calcd. 28.4 g) of ammonium chloride and 29.2 g
(727.) of 2,4,6-trimethyl~2,4,6-tris(3,3,3~trifluoropropyl)cyclotrisilazane
boiling in the range of 102-112°C (0.1 mm). The purity of the compound
was verified by its infrared spectrum. :

Another replication of the experiment with 44.1 g (0.21 mole) of di-
chloromethyl-3,3,3-trifluoropropylsilane gave 23,7 g (73%) of 2,4,6-tri-
methyl-2,4,6-tris(3,3,3~trifluoropropyl)eyclotrisilazane, boiling in the
range of 100-108°C (0.08 mm), which was characterized by its infrared
spectrum. A final repetition of the procedure with 54.0 g (0.256 mole) of
dichloromethyl-3,3,3-trifluoropropylsilane gave 28.7 g (73%) of the subject
compound, which was collected in the boiling range of 100-108°C (0.2 mm).
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6. 1,3-Bis(3,3,3-trifluoropropyl)-1,3-dichloro-1,3-dimethyldisilazane:

a., By the condensation of dichloromethyl(3,3,3~trifluoropropyl)-
silane with ammonia (attempted): To 31.6 g (0.15 mole) of dichloromethyl-
(3,3,3-trifluoropropyl)silane dissolved in 300 ml of petroleum ether, b.p.
60-90°C, and cooled to 10°C, was added 3.9 g (0.23 mole) of freshly dis-
tilled ammonia. After the mixture was stirred rapidly for 0.5 hr while
the temperature was maintained in the range of 10-13°C, warmed to room
temperature,and filtered, 6.8 g (calcd. 8.0 g) of ammonium chloride was
collected. The filtrate, concentrated on a rotary evaporator at 23°C
(17.7-g residue) and vacuum distilled, gave the following fractions: (a)
5.5 g of unchanged dichloromethyl(3,3,3-trifluoropropyl)silane, b.p. 40-
41°C (20 mm); (b) 2.0 g (7%) of 1,3-bis(3,3,3-trifluoropropyl)-1,3-dichloro-
1,3-dimethyldisilazane, b.p. 100-102°C (0.4 mm), which was identified by
its infrared spectrum; and (c) 5.6 g of impure 2,4,6-trimethyl-2,4,6-tris~
(3,3,3-trifluoropropyl)cyclotrisilazane, b.p. 108-117°C (0.4 mm), also
identified by its infrared spectrum,

b. By the equilibration of 2,4,6-trimethyl-2,4,6-tris(3,3,3-
-trifluoropropyl)cyclotrisilazane and dichloromethyl (3,3,3-trifluoropropyl)-
silane (1:5 mole ratio): When 1l4.4 g (0.031 mole) of 2,4,6~trimethyl-
2,4,6-tris (3,3,3-trifluoropropyl)cyclotrisilazane and 32.7 g (0.155 mole)
of dichloromethyl(3,3,3-trifluoropropyl)silane were heated at 145°C for
2 hr and then vacuum distilled, the following fractions were isolated:

(a) 14.2 g of unchanged dichloromethyl(3,3,3-trifluoropropyl)silane, b.p.
28°C (3.5 mm) and (b) 27.0 g (79%) of 1,3-bis(3,3,3-trifluoropropyl)-1,3-
dichloro-1,3-dimethyldisilazane, b.p. 72-74°C (0.3 mm); infrared spectrum,
Figure 12; n.m.r. peaks (CCly) at T 9.46 (6H singlet, SiCH3); r 8.77-9.07
(4H multiplet, SiCHp), and 1 7.44-8.23 (4H multiplet, CHpCF3), g.l.c. purity,
100% (2-meter column packed with 5% SF 96 on 100/120 mesh Gas Chrom Q,

192°C, He carrier, flow rate 32 ml/min).

Anal. Calcd. for C8H15C12F6N512: C, 26.23; H, 4.13; Cl1, 19.36;
F, 31.12; N, 3.82; Si, 15.34. Found: C, 26.35; H, 3.92; Cl, 19.48; F,
31.24; N, 4,15; Si, 15,65.

A repetition of the procedure with 29.1 g (0.062 mole) of 2,4,6-
trimethyl-2,4,6-tris (3,3,3-trifluoropropyl)eyclotrisilazane and 66.0 g
(0.31 mole) of dichloromethyl-3,3,3-trifluoropropylsilane gave 55.0 g (80%)
of 1,3-bis(3,3,3-trifluoropropyl)~-1,3-dichloro-1,3~dimethyldisilazane
boiling in the range of 78-84°C (0.4 mm) and 17.9 g of recovered dichloro-
methy1-3,3,3-trifluoropropylsilane.

The procedure, repeated with 29.8 g (0.064 mole) of 1,3,5~tri-
methyl-1,3,5-tris (3,3,3-trifluoropropyl)cyclotrisilazane and 68.5 g
(0.33 mole) of dichloromethyl-3,3,3-trifluoropropylsilane, gave 28.8 g of
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recovered dichloromethyl-3,3,3-trifluoropropylsilane, b.p. 50-52°C (51 mm)
and 55.5 g (79%) of the subject compound, b.p. 73-75°C (0.4 mm), A final
replication of the method with 23,7 g (0.051 mole) of 2,4,6-trimethyl-2,4,6-
tris(3,3,3-trifluoropropyl)cyclotrisilazane and 53.6 g (0.25 mole) of di-
chloromethyl-3,3,3-trifluoropropylsilane gave 45.2 g (81%) of 1,3-bis(3,3,3-
trifluoropropyl)-1,3-dichloro-1,3~dimethyldisilazane, b.p. 81°C (1.0 mm)

and 22.8 g of recovered dichloromethyl(3,3,3-trifluoropropyl)silane, b.p.
48-49°C (43 mm).

7. N,N'-Bis[chloromethyl(3,3,3-trifluoropropyl)silyli-2,4-bis-(3,3,3-
trifluoropropyl)-2.,4~dimethylcyclodisilazane: A solution of 6 ml (0.01
mole) of 1.6 M n-butyllithium in hexane was added dropwise to a suspension
of 3.7 g (0.01 mole) of 1,3-bis(3,3,3-trifluoropropyl)-1,3-dichloro-1,3-
dimethyldisilazane in 20 ml of petroleum ether, b.p. 60-90°C, which was
cooled to -65°C in an isopropyl alcohol-Dry Ice bath. After the mixture
was slowly warmed to room temperature and the solvent removed by distilla-
tion at 70°C, the residue was heated at 300°C for 1.3 hr, cooled, taken up
in 25 ml of toluene, and filtered to remove 0.9 g (caled. 0.4 g) of lithium
chloride. A short-path distillation of the filtrate gave 2.9 g of crude
N,N*-his[chloramethyl(3,3,3-trif1ﬁoropropy1)siiyl]-z,&-bis(3,3,3-trifiaero-
propyl)-2,4-dimethylcyclodisilazane,

In a second experiment, 36 ml (0.056 mole) of 1.6 M n~butyllithium in
hexane and 20.5 g (0.056 mole) of 1,3-bis(3,3,3-trifluoropropyl)-1,3-dichloro-
1,3-dimethyldisilazane in 100 ml of petroleum ether, the intermediate lithium
salt being heated at 270-300°C for 1.5 hr, gave the following fractions:

(a) 11.4 g (67%) of N,N*-his[chiersmethyl(3,3,3-triflueropropyl)si1yl]—
2,4-bis(3,3,3-trifluoropropyl)-2,4-dimethylcyclodisilazane, b.p. 130-132°C
(0.20 mm); infrared spectrum, Figure 13 {reporteé b.p. 131-139°C (0.04 mm}]
(Ref. 7¢); (b) 2.5 g (14%) of a fraction which was mostly N,N‘-bis[;hloro-
methyl( 3,3,3-trif§aercprcgy1}silyl]—Z,&-bis(3,3,3-trif1uercpropy1)-2,&-
dimethylcyclodisilazane, b.p. 140-165°C (0.2 mm); and (c) 2.2 g of a high
residue not distilling at 168°C (0.20 mm).

Another replication of the experiment with 55.0 g (0.15 mole) of
1,3-bis(3,3,3-trifluoropropyl)-1,3~dichloro-1,3~-dimethyldisilazane in 200
ml of petroleum ether, b.p. 60-90°C, and 94 ml (0.15 mole) of 1.6 M n-
butyllithium in hexane, in which the lithium salt was heated at 270-300°C
for 1.5 hxy, gave 35.0 g (71%) of N,N'-bis(chloromethyl-3,3,3-trifluoro-
propyl)~-2,4-bis(3,3,3-trifluoropropyl)-2,4-dimethylecyclodisilazane, boiling
in the range of 134-142°C (0.1 mm). The substance was characterized by its
infrared spectrum., The compound was 88% pure by g.l.c. (2-meter column,

5% SF 96 on Gas Chrom Q, 204°C flow rate 32 ml/min, He carrier).
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A preparation with 45.2 g (0.12 mole) of 1,3-bis(3,3,3-trifluoro-
propyl)-1,3-dichloro-1,3~dimethyldisilazane in 150 ml of petroleum ether
and 77 ml (0.12 mole) of 1.6 M n-butyllithium in hexane, in which the in-
termediate salt was heated at 240-270°C for 1.5 hr, was purified in three
consecutive fractional distillations. 1In each distillation the following
fractions were obtained: First distillation ~ (a) b.p. 105°C, 2.8 g;

(b) b.p. 110-120°C (0.04 mm), 1.5 g; (c) b.p. 132-136°C (0.2 mm), 7.9 g;
(d) b.p. 138°C (0.2 mm), 18.2 g; (e) b.p. 139°C (0.2 mm), 3.0 g (the in-
frared spectra indicated that fractions (c), (d), and (e) were chiefly
N,N'-bis(chloromethyl-3,3,3-trifluoropropylsilyl)=-2,4~bis(3,3,3-trifluoro-
propyl)-2,4-dimethylcyclodisilazane, yield 71%; second distillation
[fractions (¢), (d), and (e)] - (f) b.p, 112-121°C (0.03 mm), 1.1 g; (g)
b.p. 122-127°C (0.03 mm), 2.3 g; (h) b.p. 128-129°C (0.04 mm), 22.5 g;
third distillation [fraction (h)]~- (i) b.p. 112-122°C (0.03 mm), 4.1 g;
(j) b.p. 124-126°C (0.03 mm), 16.3 g. The g.l.c. analyses of all fractions
showed multiple peaks, with only minor enrichment of the major component.
‘The g.l.c. trace for fraction (j) is shown in Figure 14.

Another preparation with 55.5 g (0.15 mole) of 1,3-bis(3,3,3-tri-
fluoropropyl)-1,3—dichloro-1,3-dimethy1disilazane in 200 ml of petroleum
ether and 94 ml (0.15 mole) of 1.6 M n-butyllithium in hexane, in which
the intermediate lithium salt was heated at 270-290°C for 1.5 hr, gave
upon distillation 37.1 g (75%) of the subject compound, b.p. 126-128°C
(0.1 mm). Another experiment with 22.7 g (0,034 mole) of the chlorine-
substituted cyclodisilazane derivative gave, after the product was distilled
twice, 12.6 g (55%) of the subject compound, b.p. 124-126°C (0.08 mm),

8. N,N'-Bis[(dimethylamino)methyl-B,3,3-trif1uoropropylsily1]—2,4-
bis(3,3,3-trifluoropropyl)-2,4-dimethyleyclodisilazane: To a solution of
8.9 g (0.196 mole) of dimethylamine in 220 ml of toluene was added a solu-
tion of 32.4 g (0.049 mole) of N,N'-bis(chloromethyl-3,3,3-trifluoro-
propyl)-2,4-bis(3,3,3-trifluoropropyl)-2,4-dimethylcyclodisilazane in 125
ml of toluene while the temperature of the mixture was maintained at -60°C.
The mixture, warmed to room temperature and stored over the weekend, gave
8.5 g (caled. 8.0 g) of dimethylamine hydrochloride when it was filtered.
Evaporation of the solvent gave a crystalline residue, which after a pre-
liminary distillation, provided 27.6 g of distillate boiling in the range
of 126-152°C (0.1 mm). Redistillation of a 25,5-g portion of this dis-
tillate gave the following fractions: (a) 1.9 g, b.p. 120-124°C (0.1 mm);
() 5.7 g, b.p. 128-132°C (0.1 mm); (c) 14.7 g, b.p. 132-134°C (0.1 mm);
and (d) 2.7 g, b.p. 134-135°C (0.1 mm) [reported b.p. 138-147°C (0.2 mm) ]
(Ref. 7d). The total distillate represented a 76% yield, but the infrared
spectra of all the fractions contained an Si)NH absorption in the 900-

950 cm~l region. The fractions were combined and washed with petroleum
ether, b.p. 60-90°C, to produce 5.0 g of a solid, m.p. 101-106°C. G.l.c.
analysis of the solid portion (Figure 15) and the 17.1-g liquid portion
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- recovered from solvent showed main peak purities of 83%, and 54%, respectively.
A number of other components present in significant quantities were present

in the g.l.c, traces, Redistillation of the soluble portion did not im-
prove the purity. The infrared spectrum of the product prior to being

washed with petroleum ether exhibited a weak absorption in the 900-950 em~1
region, but the absorption was absent in the washed sample (Figure 16).

Anal, (the 101-106°C melting sample) Calcd. for CpqgHyugF1oN,Siy:
C, 35.49; H, 5.95; F, 33.68; N, 8.28; Si, 16,60, Found: €, 35.61; H,
6.01; F, 33.89; N, 8.15; Si, 16.68.

Samples of impure N,N'-bis[(dimethylamino)methyl-3,3,3~trifluoro-
prepyisiiy1}2,é-bis(3,3,3-trif1&cr0propyi}-2,4-éimethy1cycledisilazane
totalling 28,6 g were combined and redistilled in an annular spinning-band
column., The following fractions were collected: (a) 2.9 g, b.p. 111-120°%C
(0.05 mm); (b) 1.0 g, b,p. 120-121°C (0.05 mm); (c) 3.9 g, b.p. 122-123°C
(0.05 mm); (d) 13.3 g, b.p. 122-123°C (0.04 mm); and 1.4 g of a forerun,
All fractions showed multiple peaks on g.l.c. analysis, the purest, frac-
tion (d), containing about 63% of the chief component.

In a repetition of the procedure with 8.0 g (0.012 mole) of N,N'-bis-
(chloromethyl-3,3,3~trifluoropropyl)-2,4-bis(3,3,3-trifluoropropyl)-2,4-
dimethyleyclodisilazane, which exhibited no absorption bands in the 900-
950 em~l of its infrared spectrum, 1,13 g (0.025 mole) of dimethylamine,
and 15.7 ml (0.025 mole) of 1.6 M n-butyllithium in hexane gave 1.4 g
(caled., 1.06 g) of lithium chloride and 5.8 g (73%) of N,N'-bis(dimethyl-
amino)methyl-3,3,3-trifluoropropyl-2,4-bis(3,3,3~trifluoropropyl)-2,4-
dimethylecyclodisilazane, b.p. 138-140°C (0.2 mm), Its infrared absorption
spectrum exhibited a weak band in the 900-950 em~1 region (Figure 17).

When 37.1 g (0.057 mole) of N,N‘-bis[chloramethyl(3,3,3-triflaorc-
prapyl)silyl]—2,4-bis(3,3,3-tri£1acrapropy1)—2,4-&imethy1cycladisilazane
was treated with dimethylamine, 28.6 g (74%) of the subject compound was
obtained in a preliminary distillation. Redistillation gave 20 g (53%)
of the compound, b.p. 123-125°C (0.05 mm). The band at 900-950 em~! was
much weaker in the product obtained in this preparation {(infrared spectra,
Figure 18).

D. Synthesis of Miscellaneous Monomers and Intermediates

1. 1,1,1-Trichloro~3,3,3~trimethyldisilazane: After 242 g (1.5 moles)
of hexamethyldisilazane was added to 1,020 g (6,0 moles) of silicon tetra~
chloride while the mixture was maintained at 25°C, the mixture was stirred
for 14 hr and stored for 2 days. The volatile chlorosilanes were re-
moved under vacuum while the mixture was maintained at room temperature,
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Vacuum distillation of the residue gave 269 g (81%) of 1,1,1-trichloro-
3,3,3-trimethyldisilazane, b.p. 73-77°C (35 mm), n.m.r. peak (CCly) at

T 9.76 (singlet, SiCH3). Upon storage, the distillate became cloudy. Re-
distillation gave 248 g of 1,1,1~trichloro~-3,3,3-trimethyldisilazane, b.p.
74-75°C (35 mm), which showed a single peak on g.l.c. analysis (2-meter
column, 5% SF 96 on Gas Chrom Q, 124°C, flow rate 32 ml/min, He carrier)

[reported b.p. 70-72°C (35 mm)] (Ref., 8). This sample also became cloudy
after storage.

Anal, Calcd. for CyHj(CL,NSi,: C, 16.18; H, 4.53; CL, 47.77; N,
6.29; Si, 25.23, Found: C, 16.04; H, 4.42; C1, 47.75; N, 6.41; Si, 25.32.

A g.l.c. analysis made 23 days after the final distillation showed
an impurity peak constituting approximately 2,3% of the total composition.

2, Methyltris(ethylamino)silane: After 65 g (0.50 mole) of trichloro-
methylsilane was added to a solution of 135 g (213 ml, 3.00 moles) of
ethylamine dissolved in 1.5 liters of petroleum ether, b.p. 35-60°C, while
the solution was maintained at 10°C, the mixture was warmed to room tem-
perature and stored overnight. The ethylamine hydrochloride was filtered
off, the filtrate was concentrated on a rotary evaporator, and the residue
was vacuum distilled., There was obtained 65.9 g (75%) of methyltris(ethyl-
amino)silane, b.p. 64°C (10 mm), n20 1,4302; infrared spectrum, Figure 19;
n.m.r, peaks (CCly) at T 10,11 (3Hpsing1et, SiCH3), T 8.98 (9H triplet J =
7 cps, NHCHpCH3), and T 7.23 (6H pentuplet J = 7 cps, NHCHpCH3). [Reported
b.p. 62-63°C (10 mm), ng¥ 1.43007 (Ref. 9).

3, 1,1-Dichloro-1,3,3,3-tetramethyldisilazane (attempted): To 180 g
(1.20 moles) of trichloromethylsilane, which was stirred rapidly, was added
48,3 g (0.30 mole) of hexamethyldisilazane, and stirring was continued for
10 hr. After the volatile silicon halides were removed under reduced pres-
sure, the residue was fractionally distilled., A total of 26.7 g (55%) of
hexamethyldisilazane was recovered in the boiling range of 42-58°C (36 mm)
and identified by its n.m.r. spectrum. A 15,2-g fraction, b.p. 58-70°C
(36 mm), was thought to contain 1,l1-dichloro-1,3,3,3~tetramethyldisilazane
[n.m.r. peaks (CCly) at T 9.82, 1 9.59, and T 9.24 with area ratios of
about 3:5:1]. Upon redistillation of the fraction at 32 ym,‘only'7.9 g
of material was recovered, A 2,1-g fraction, b.p. 72°C (32 mm); infrared
spectrum, Figure 20, was possibly 1,l-dichloro~-1,3,3,3-tetramethyldisilazane,
and 4,5 g. of a solid residue., The liquid quickly became cloudy on stor-
age.

4, 2,5-Bis(ethylamino)Z,5-dﬁnethy1-1,3,4,6-tetraethy1spiro[3.3]-tri-
silazane: A solution of 26.3 g (0.15 mole) of methyltris(ethylamino)silane
in 50 ml of petroleum ether, b.p. 60-90°C, was maintained at 25°C while
188 m1 (0.30 mole) of 1.6 M n-butyllithium in hexane was added. Stirring
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was continued for 1.5 hr, then 12.8 g (0.075 mole) of silicon tetrachloride
was added again with the temperature maintained at 25°C, After the mixture
was refluxed overnight, filtration gave 13.1 g (caled. 12.7 g) of lithium
chloride. Subsequent evaporation of the solvent and wvacuum distillation
gave 9.0 g (32%) of 2,5-bis(ethylamina)-1,2,3,4,5,6-hexamethy§spire{3.3]-
trisilazane, b.p. 134-138°C (0.1 mm), n%ﬁ 1.4598, infrared spectrum,

Figure 21, n.m.r. peaks (CClz) at t 9.97 (6H singlet, SiCHB), T 9,03 (18H
triplet, J = 7 cps, CHyCH3), 7 7.14 (12H total, quadruplet, J = 7 cps,

. NCH,CHq and pentuplet, J = 7 cps, Nﬂﬁggﬁﬂs}.

Anal. Caled. for Cy,HygNgSig: C, 44.87; H, 10.22; N, 22,43; Si,
22,48, Found: C, 44.38; H, 9.95; N, 22.78; Si, 22.98.

3. Bis[2-{1,3-diethy1-4-ethylamine-2,4—di$ethy1)cyciodisilazazyl]—
ethylamine: A mixture of 35 g (0.20 mole) of methyltris(ethylamino)silane
and 0.2 g (0.002 mole) of ammonium bromide was heated to 340°C over a period
of 80 hr, The chief fractions that were obtained on vacuum distillation
were (a) 10.8 g (49%), b.p. 130-131°C (0.1 mm), and (b) 8.5 g (38%), b.p.
136-138°C (0.1 mm); infrared spectrum, Figure 22, Fraction (b), which
solidified on storage, had n.m.r. peaks (CCly) at 7 10,00 (6H singlet,
SiCHz), r 9.82 (6H singlet, SiCH3), 7T 8.98 (21H triplet J = 7 cps CHpCH3),
and T 7.16 (14H multiplet, CHpCH3). Fraction (b) was tentatively identified
as bis[2-{1,B-éiethy1-4—ethylamino-2,&-dimethyl}cycledisiiazaﬁyl]ethylamine,
Pearce identified the same product as N-pentaethylbis(ethylamino)tetra~
methylbiscyclotetrasilazane b.p. 140-147°C (0.6 mm), m.p. 84°C (Ref. 10).

For correlation of the spectral data with similar structures, Fink
found an asymmetric stretch frequency of 955 em™! for Si,NH in 1,3-diethyl-
2,2,4,4=-tetramethylcyclodisilazane (Ref, 11), Lienhard reported the ul '
chemical shift as T 9,89 for SiCH3 in hexamethylcyclodisilazane (Ref. 12).
In studies of the thermolysis of methyltrianilinosilane, Fink asserts a
preference for the biscyclodisilazanyl structure, ‘

E. Polymerization of Arvlienedisilanols and Cyclosiloxazanes

1. Preliminary polymerizations: The polymers in Table VI were pre-
pared by heating mixtures of the specified monomers in the absence of
solvent under the indicated conditions in a Wood's metal bath., After
the polymerization was completed, the residues were devolatilized under
vacuum for several hours., Solubilities were determined by mixing the
polymers with 500 ml of toluene (or a portion of the polymer with an
equivalent amount of toluene) for several days, filtering off the insoluble
portion, and removing the agbsorbed solventlan&er vacuum,
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In another experiment, a mixture of 1,1294 g (5% excess, 0,0035 mole)
of 100% g.l.c. pure decamethyl-l,5~dioxa-3,7-diaza-2,4,6,8-tetrasilacyclo~
octane and 2,1340 g (0.0067 mole) of bis(p~hydroxydimethylsilylphenyl)
ether in 20 ml of toluene was stirred at room temperature for 0.5 hr and
then heated over steam for 2 hr under nitrogen. The solvent was removed
on 8 rotary evaporator at 50°C and the residual mixture was heated at
160°C for 8 hr in a Wood's metal bath under nitrogen. An occasional vacuum
was employed during the heating period to remove any residual solvent.
After the polymer, T; . = 0.20 dl/g, was heated at 60°C for 3 hr under a
vacuum of 1 mm to remove the last trace of toluene, its inherent viscosity
was 0,24 dl/g.

In a parallel experiment the same quantity of each monomer was weighed
directly into the reaction flask and heated at 160°C for 4 hr in a Wood's
metal bath under nitrogen. The polymer contained 0,271 g (9%) of toluene-
insoluble material, but the soluble portion of the polymer had an inherent
viscosity of 0.51 dl/g.

2. Preparation of polvmers without the use of inhibitors: Polymer
syntheses are summarized in Tables VII-XII. Specified quantities of
monomers were heated in a Wood's metal bath at the indicated temperatures
and times. After the polymers were stirred with an excess of toluene for
18 hr, the solutions were filtered and the insoluble portion was dried and
weighed., The toluene solutions were then stirred with portions of water,
which were separated periodically until the extracts were neutral, After
the polymer solutions were dried over sodium sulfate, the solvent was re-
moved on a rotary evaporator and the residue was stored under vacuum at
50°C until solvent odor was no longer evident. When the polymers were not
washed with water, they were stored under vacuum for 2 hr before their
properties were determined.

In some 10~-g batches, the internal temperature of the polymer was
monitored in 4~hr polymerizations at 160°C and the following readings were
obtained: After 1 hr, 142°C; 2 hr, 132°C; 3 hr, 130°C; 4 hr, 130°C.

3. Preparation of Polymers with the use of inhibitors: In a preliminary
series of experiments, the monomers specified in Table XIII were heated at
160°C for 4 hr, cooled, and the polymers were stirred with 300 ml of toluene
overnight to determine their solubility.

The polymers in Tables XIV-XVIII were prepared by heating mixtures of
the specified quantities of monomers in a Wood's metal bath. After the
polymer was cooled, it was mixed with toluene (about 1 liter/10 g of polymer)
overnight and the insoluble portion, if any, was filtered off, dried, and
weighed. The solution was stirred with 100-ml portions of water and the
water phases were separated until the extracts were neutral, After the
solvent was evaporated at 50°C in a rotary evaporator, the inherent viscosity

and yield were determined. 38
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The monomer mixtures described in Tables XIV-XVI were heated at 160°C
for 4 hr; those in Tables XVII or XVIII for the specified times at the
specified temperatures. Each batch described in Table XV contained 0.1%
(0.0072 g) of phenothiazine. The inhibitor and its quantity are specified
in the other tables. No insoluble polymer resulted in the polymerizations
reported in Tables XVII and XVIII,

F. Compounding, Curing, and Testing of Arvienedisilanol-Cyclosiloxazane
Elastomers

1. Preliminary cure studies: After the experimental polymers were
milled with Hi Sil 233 and tert-butyl peroxybenzoate (100 parts of polymer
to 40 parts of filler to 1.7 parts of catalyst), the compounded materials
were heated in a mold at 300°F for 30 min, The results are summarized in
Table XIX,

2, Preliminary determination of phvsical test data: 1In this series
each experimental polymer was milled in the proportion of 100 parts of
polymer, 40 parts of Hi Sil 233, and the indicated number of parts of tert-
butyl peroxybenzoate. After the compounded materials were cured at 300°F
for 30 min, the samples were postcured in an air circulating oven as fol-
lows: The temperature of the oven was increased in 50°F increments from
100-400°F over an 8-hr period then maintained at 400°F for 12 hr., Samples
cut for testing were about 20 mils thick and were cut with a dog-bone die,
one-half the size of die C, ASTM D-412-66, Tensile strengths and elonga-
tion at break were determined in accordance with the same specification,
The results are reported in Table XX.

3. Evaluation of experimental polymers: Results of physical tests
in the evaluation of experimental polymers are summarized in Tables X{I-
XXVIII. The polymers were all milled with Hi 8il 233 and tert-butyl per-
oxybenzoate and optionally with Mapico Red, each component used at the
specified level, The samples were press cured at 300°F unless otherwise
specified and post cured at 400°F for 20 hr in a forced air oven after
being heated to 400°F in 50°F increments over a 7-hr period. Ultimate
tensile strengths, percent elongations, and 50% modulus were determined on
an Instron Tensile Tester, :

The elastomers in Tables XXII and XXIII were all prepared with 40 parts
of Hi Sil 233 and no Mapico Red.

The series described in Table XXIV, in which low filler levels were
examined, included an additional polymer (Table XVI-2, T = 3.71), This
polymer sample could not be milled satisfactorily, and the filler was
ﬁefﬁcmagegeauslyéispersed, even at the 5, 10, and 15 parts levels.

52




*uBXoyoT d40BTISTI1~9 H ¢ 7-BZR-C-BXOTIP-¢ ¢ T-TAYIsuridoy /4
* 9UE]D00T 2AIBTISBIIOI-Q 9 ¢ Z-BZRIP-/ ‘ C~BXOIP-GT~T4yzoueoeq /®

*poyses xoiem °D,091 I® IY H I0J
aany 9%°0 poziaswiiod \mnwa.mu.mxoa..ﬂw ss9o%9 ou ‘TAulh g 9-1TX . 11

*poysesn I93em ‘D,091 I® .E. # 103
2an) 25°0 paz1asuiyod \m.wcmnmxoﬂm §590%9 ou ‘T4AUTA Yg 9-IIX o1

*poysem Ia3BM
€9,091 3® Iy % 103 peziiswiyod \mnmcmumwo:m
2aInd oN GT1°1 ssooxe %G ‘uoTimzriswkiod xe3Fe poppe TLutA 47 qZ-IX 6

*poyseM I93BM
€0,091 2® Iy % 103 poztiswljod ,\mnmdmnmxo.m..nm
2Ino oN 1%°0 ssoox9 9¢ ‘uorzezrasuifod Iojje poppe TLAuTA %4y 47-IX ]

*poysems I93emM ‘D,091 I® IY ¥ IOF
2and oN 08°0 peztaswiiod \mnoﬁmumwo.ﬂ..nm ss90%® ou ‘TAutA ON 9-TIA L

*poysem Io3BM ‘D, 091 I® IY ¥ IOF
2and oN 98°0 pozTaswiiod \Mnoameon..nm $S99xX0 ou ‘14Aura ON G-TIA 9

*yseM I93BM ou 9,091 3I® IY ¥ I03F
aInd oN 68°0 : vwwﬁumﬁhﬂoa \Mamﬁdumxo,m..nm ss90Xe ou ‘TAuTA ON H-ITA <

*ysem xslem ou °D,091 3Ie 1Y % J0F
aans oN /A4 pazrasuiyod \Mnmdmmeoﬁ.nm §599X0 4G ‘T4urA Of €-TIA %

*pousem I93BM ‘D, 091 I® IY % IO
2an) #6°Q paziasuwiiod \m,w:.mumxo.gm ss90Xe ou ‘jduta ¢ 7-IX [

*poysea I93em ‘D,091 Ie IY ¥ I0F
2an) o%°0 poztasuwiiod \m.mawu.mxo.m.mm $S99X0 ou ‘T4ura %z 1-IX Z

*poySBA Io]BM
‘0,0%T 2® ay ¢ o3 pozrasufiod

aInd ON 1.°0 \m,wcmnmxoﬂm §890X9 %G ‘TAUTA %%°Q €Z~IX 1
S3TNSIY (3/1p) i uoTjeiedaag AswAT]od (eousisyel *ON
£3TS02STA FuULIaYUT a1qe1) Juowraadxy
aasuwktod aawliod

SHIAALS TIND YARATOL AYVNIWITIEI

XIX TI9VL

53




06¢

01¢e

067
0ce
aee
01e
oy
08s
09¢
00z
092
081

0Lz
08¢
0LE
00%

091

0s¢

(rsd)
uoTIB3UOTT %405
38 snINpoR

081
009
018
019
049
0£9
0eL
09
014
089
019
08¢
ocy
0ss
0s¢
06¢
08¢
0L9
oeYy

(7&d)y

Yyadueass

PTTSUDT

*a9ges SUTUTEIUCD J0IBOOTSIP ﬁmus@? ® UT D, k6 I® sA®p [ X03 poxols sem gowAyed paano eyy /9
*oUBZEXOTISOTOA0 S590%0 9T YITa paaedsag /q
*SUOTIRUTWIDIOP veayy jo ofersse oyl saw senyma [IV /€

£ 0°¢ g
L L*T g
8L 9*'0 g
%6 0°'¢ 4
€6 L*1 4
£et 9*0 4
KAA L1 [4
89 0°¢ g
99 L*T &
£6 9'0 s
LTA 0"¢ 1
6 L1 1
771 9*0 1
gel 0°¢ Z
161 L1 [
26 9*0 4
L7 o'¢ T
1194 L*T 1
\lmNH 9°0 1
(%) (s3aed) (%)
Heoag e asiTeIR) JUDIUON
uotyeduory T4uTH

%50 Z-1X
H6*0 e~IX
®E6*0 e-IX
oy 0 1-IX
%o 1~-1X
0% 0 1-IX
75°0 /39-1IX
990 L~1IX
9%*0 L-TIX
9%*0 L-1TIX
9€°0 8~11X
9€"0 g-11X
9€° 0 g-I1X
9%'0 6-11X
9% 0 6-IIX
9% 0 611X
FAANY) /qO1~IIX
FAANY] /q0T-IIX
L°0 /q01-1IX
E/1P) CELEFEFEY
£31s00sTA FuRILYU] 91qe3)
aemkyod Towi1od

SYHREI0d TVINAWIEIIXE dHaNd ¥04 VILVA LSHL TVOISAHd ZVNIWITHEd

XX JT9VL

NG N W N OO
Ll R I B B

NGO NS
—

- az
Juewrxadxy

54




oty
89
0€9

042
SET
1199

007
LTAS
019

002
74
08¢

0°¢€

885  09€
99 €6

0L 089
087 0L
€T 26

0SS 06€
09z 081
26 vl
08¢ 0€Y
091 082
0£z Szl
0£9,/50€Y
I"T 9°0

(saaed) J9AY]

3sL1e3ed

9%°0
L-1IX

9%°0
6-IIX

9¢°0
8-1IX

%0

0T-1IX

(8/1p "A3TsoosTA
JUSIIYUT /9DUDID
-Jax oTqe3) IdwL1od

- 06€
€€ ¢l
0ST 009

06C 0Of¢€
6 96
019 049

0°c L'1
(s1aed) 1oA91

01€
8L
01¢

oze
€Cl
0€9

9°0

as£1e3B)

o/ *3ou ‘ITIA 9198l /9
°SUOTIBUTHISISP 29yl Jo aSeIsA® Y3 I sanjeA IV /®

(zsd) snInpoR %0S

%6°0 S jueteATNby (%) uor3eduoTy
/q7-IIIA (1sd) o1TSusg
: (1sd) snInpoR %0S

0%°0 z JuereAaTNby (%) uwoT3E8UOTH
/gE-1TIA (1sd) °11sUAL

(1sd) sninpow %0S
1 jusieAEnby (%) uwor3eSuoly
(1sd) °1TSUL

(rsd) snInpoR %0S
1 $6899%XY % 1 (%) uor3ye8uoly
(1sd) °11SUSL

(F/1p ‘L31s0dsiA TAIISWOTYILOTS
JUSASYUL /2OUsID -1 fuTA]Aylow) QUBZBXOTISOTILD
-3ox1 91qel) aIsuwkiod -sTqous TAUSYg
-H%-z-ﬁw- -d 3o uotazodoag
o 9
Hmn¢|mmu

QUBZEBROTISOT2AD

ol o

4

I I
-OH + HO-TS 0 TS-0H + SUBZEXOTTSOTI4LD
| I

uorjTsodmo) Isuwkiog

1 L¥vd

TSUANDISVIH TVINTW dddXd 40 AvAdd Lv NOIIVONOTH INID¥Hd NV HIONTYLS HITSNAL

IXX FI9VL

55




*o8ex0AR ur posn suoriediydea yo zoquny ;F

048 9cg el 95¢ (AN 76¢€ s0% (484 (rsd) snnpo %0$
49 96 TR ¥ £e 6L L0%2 L9 08 ge"0 TL €L 9g°0 'y (%) woryeduory
(eys (£)66L Z=ATX (©e1e (eees T=ATX (@Deyr (2069 S~ATX (2)siL (2)L69 H=ALX (rsd) oyTsusy
061 £ee 91¢ [A24 191 1A £81 oge (r8d) sninpoy %0
09 L0T CET'T 011 £el €01 [44 68 BEO 69 16 8E*0 4 (%) uworaeduory
(2yees  (£)8H9 L=ATX (£)9g9  (£)62L 9-ATX (Myozg (£X62y 8=ATX (@17e  5(E)198 8=ATX (rsd) erTsusl
TE T TGP 0% T TG 0% T T mw T of T &7 7 oTow
e RRdy “£118008TA T{EFIRAY T fAarsonsta B GEETT A f£3T50087TA (s13ed) fLysonsta (TourTrsTAUTA
ToA¥] JURIDYWT TRAS] JUDIIYUT TOA] JUBAVYUE 1oAY JUBIDYUT ~ Ay em) 8Tq
asdreien Jjeousiayox asi1BRIRD /eousxegen A8418IED Joovusavyox Is41RI8D /Poueaayoy U LUBYg wd
21qe3) 2Tqen) aTqea) 2T qEl) Fo uotizaodoay
asmiyod avwkToq JPWATOL aewdTod
HEO0RY 96 SEOORY 97
TPADT] DURZEXOTIS0194D L
_ ' ' | “F§-N-TS-
mofﬁm.@c.@«mscm + HO-TS Is-0H + 0 0
_ _ 1A 1 “TS--TS-
[
worargoduny aswiiog
7 19vd  SHTWOLSVIA IVINAWLNAdXA A0 AVAUE 1V NOLLVONOTH INAJHAA OGNV HIONAELS H11SNHL

TIXX TI9VL

56




*o8exoAe Oyl UT poOsn suorjeorydex jo ioquny /T

! i
Yee 99 (€)8ss L1 nﬂmno|ﬂml
99% 77T (2)1L8 A 0 0 09°2
1
861 Z11 (€)61€ 9°0 -FS-N-1S- , 7=AX
89¢ LL (2)s¢e9 0°¢ \ s
61€ 98 js(@)eoL L°1 VAL
o1dand 0 .
£133ed ‘sano TeTIXEBL Z'1 ré \\.W\ 76°0
ordand €aano TeIlaRg 9°0 d _ ~ €-AX
s9199ng 'y SIERLE
so1qqnq ‘ATIs®e SIBI] 0°¢ 0 w ST
£Tuo oino TBIIXBL [°1 uaw-Znﬂwn Z-AX
! [
(Tsd) (%) (1s (saxed) SUBZBXOTTISOTOAD (8/1Ip = A3TSO9STA
sSNINPON %0S uoT3e3UoTy ST ISUd] IsL1eaed JUSISYUT /OOUADT DI
91qel) aswAod
(3 °2T0W G*%) (ss90x9 9g)

|
mo-HmAAHHHVr LA”HHVYHm OH + mo-ﬂwlA”HUVYH%-om + PUBZEXOTTSOT4D
IA

uotrilrsoduo) IowATog

€ Luvd

PSYTWOLSYIA TVINIWINAIXE A0 AVAId IV NOILLVONOTH INHOYAd QNV HIDNTYLS TTISNHL

IIIXX FI19VL

>7




*98vaoA® 9yl UT pesn suoTjedoridex Jo eoqumy /¥

(€089 (©)yee (2) 162
© 1t (€)%01 28°1 (@z°1s $%°0 oY
(€)9z1 (€)909 S~IAX (@eLs €-1AX
(€)L°81 ©yr (£)ET1T
(€)9s1 (£)601 z8°1 (€£)o°8s Sy 0 0z
€re oy (€)912 G-IAX ()ise- €~IAX
)% 6L (g8 8L
Ao138 (£) 60T 811 ©)g vs S0 01
A19a “yaep soydueg €)911 B-TAX (€£)591 £~TAX
(©eLese (£)6°¢¢
£0138 (£)oz1 8L°1 ©yo° oy SH°0 S
Az9s ‘jaep serdueg (e)1et H~1AX /(E)S76S €~TAX
quog B UL D,06¢ JE PEEGE) E/1p pain) 7P mmm TTIS TH
JH vz pedesy eordueg ALjTewioy ofdueg ‘£ T80DSTA JUD Aptemoy o7dupg fA3TS008TA JUD gnaeg
- 12YUT \@Uﬁ@kwm = g = J1SUuT \ IvUBALI DI

81qen) Iswiiog

97qe]) JPWATOJ

e

| ]

!

(% 10w 7)

|

|
HO~TS~Z-FS~0H + ﬁcsﬂm ﬁﬁacm
'
A A

T

uoTITsodwoy IdWATod

1

-18

1
+ 0
-15

|

(sso0x9 %C)
Loy
iZiﬂm!

9

:-.H_éi;.ﬁ%:.

Y Lavd

ATXX TI9VL

PSUIWOLSVTH TYINIWIYAIXHE 40 Ava¥d IV NOLIVONOTH INEDYAd GNV HIONEYIS TI1SNAL

(rsd) snInpoR %0$
(%) worzeluory
(Tsd) atrTsusg

(tsd) snInpon %05
uotTyeduoty
(tsd) oTTsuey

(rsd) snnpol %0¢
(%) woryeSuory
(rsd) e11susy

(1sd) snInpoW %0¢
(%) uworaeduory
(Tsd) o1Tsusy

58




*o8BI0A® UT posn suorlBOITdel Jo ISqUnN /®

(¥)z°06 (€)862
(2)0°¢€9 (E)7°ys 8%7°0
(2)8we (€)€89 L1 00€ SuoN 9-IIAX
1€1 (e)ive
(gL (€)e*69 8%°0
(€£)s0g (e)seL AN 00€ € 9-TIAX
(e)vern (e)88t
CINAFAA (€)L°¢9 LS°0
(e)ogcg (€)sL9 L°1 00€ € G-IIAX
(e)ezt (e)sie
(€)L°¢L (€)6°59 LS°0
(€)oge Je(E)vTL L1 08¢ € S-IIAX
quog ® UT J,06C I® pain) 93BOZURq (do) poY 0d1deN /1P
I g poleoH o1dues L171eUION °TduRg -fxoxad 1Lang-3 sanjerodws], s3IBJ ¢{]1TSOOSTA JU°
s1aed 2anH ~I9YuT /oousIdiex

91qr3) I°uwik1og

(¢, 210m %) (ssooxe %G).

I |
| , | \ -T§-N-T§-
HO-TS 0 1S-0H + HO-T$ TS-OH + o 0
! | A TA ~3§-N-TS-

|

uo13Tsodwon Zauwkjog

C 19vd :SSTADLSYIH TVINAWISHaXd A0 JAvagd Lv NOIIVONOTE INAD¥Ed ONV HIDNTYLS FITSNAL

AXX FI9VL

(1sd) snInPOR %0S
(%) uorzel3uoly
(1sd) orTsusr

(tsd) sninpoW %0S
(%) uwotryeSuoly
(tsd) s1Tsus]

(tsd) snINPOW %0S
(2) uorzeduUOTy
(1sd) o1Tsusy

(1sd) snINpoW %0S
(%) uor3eduoiy
(1sd) orTsusy

59




@D1°19
(D6*%g
(@)g9t

(e gL
(€)Lo1
(e)1L

(€)9°89
() L11
(€£)6gT

(€)e*z9
(©)eex
(€)ewn

quog ® UL 0,047 A%

*af Bz peawey m,_”me‘mm.

*o8eaoar ur posn mﬁoﬂuwu‘:mﬁ Jo Ioquny /¥

©)1ve (¥sd) sninpon %0s
(€)9 ¥ ; } U 4 0 (%) uvoraeSuory
(€)s6L 0 - T-IIAX (vsd) eyrsusy
(£)00g (7sd) sninpon %05
(€)s-6L - ‘ o M (%) uworzeSuoly
(€)goL 00€ 0S , 1-IIAX (¥sd) aTTsus
(€)z9g o (¥sd) sninpow %0¢
(€)6°66 C8L°T (%) uorae8uory
(e)zse 00€: oY Z-TIAX (1sd) a1Tsusy
(€)69¢ o (Tsd) sninpoy %0<
(g)Lo1 8L°1 (%) uotjeSuoly
je(e)8sL 08¢ oy 2-1IAX - (rsd) a1Tsusr
poand (do) €€¢ 1Ts 1H &E7ip
Ar1ewaoy eydupg saniyexsdwag, s3I8g *£1T8008TA JUD

2aNYH =I9YUT /20UDIDIDL
21qe1) IewAod

(ss020%8 va,
| |

(% a10m 2)

'
! | _ TER NS
TS-OH + HO-TS HrHA 09
_ A T -TSN-TS-

uortsodwo) XomiTog

9 L¥Vd ‘SYTWOLSVTH TVINHWIHIIXH O JvAdd IV NOILYONOTd LNHOUAd ANV HIONAGLS W1TSNAL

IAXX F149VY,

60




(©)ey8

(€)g- <8

(ede*v9

(@¢e"09

(2)8° 0%
@z s

TEay
%08

*a8pasAr Ul pesn suorleorydex Jo IsqunN /¥

£31a393uy 3507 sorpdueg (€)06s (€) L69 (g)9z1‘t - 0 SUODTITS POINITIsqns
-TAUTA TETLOIOUWMOY)
L
(€)s°sL i (€)vee (€)¢81 (eeccoy (€)eey 8 € u.m%..zt.&_n
. 28’1 0 0
(e)s°eL - () 112 (£)992 (2)9°09 (2)589 8 0 ¢-ITTAX -Hm-z-ﬂ%-
[
. \ /
(€)%01 (e)Z11 (e)10% (€)6 2L (€)%59 Y € TS\
98°7 0,
(@L°¢8 (@1°66 (©)oey (€)z°88 (€)%99 Y 0 €-IIIAX 1S T
NG N
N
| |
@ (€)z 98 ©)1L€ (€)L 68 (€)%09 V4 : € ~T8-0-T5~
. 69°C 9 0
(@D L11 (€)8°L8 (g)ese (€)1°¥8 /2(€)609 ; 0 Z-IIIAX -ﬂ.,.w-,_TH..q_,-
(%) (1sd) (1sd) %) (tsd) Z oL TOUWBTTS (53xed) S71P SGEZEX0TISO1940
uoT3e3UoTH 9T TSUdT sSnNINPON %0S uoryeuoTd 9TISUSL -T4AutATAyjow) poy oordeR ¢£3TSODSTIA JUD
quog ® UL D,06¢ ATTEWION pPoIn) -sTqauaTLusyg-d ~I2Yul /9ousIayod

e Iy 4z pejwey ordweg

!

(sso0%X3 %G)

' i
15-0H + HO-T§ TS-OH + SURZEXO]TSOT4D

TA TA

uot3isodwoy) asuwkiog

L 1¥vd

TSUAWOISYId TVINIWIEHdXE 40 JAVAId IV NOILVONOTH INHO¥Ad NV HIDNMYLS TIISNEL

IIAXX dI4VL

91qe1) aewAk1og

61




*o8Ba0A® UT pPosn suorleoridea jo Aaqumy /@

(I TA (€)8*18 (£)e6¢ 0,052
: Jv JI9UTRIUOD PBSOTD
B UuUT Iy ._NN A903V

(©¢el1 (£)6°Lg (€)6%¢ 0,66~69 1B
J938M YITHA IDUTEIUOD

pojusA ® UT ay Q0§ I93IIV

c°8 (g)gze (e)L°91 (€)82h 4,006 Ie Iy Q0§ 923V
6'9 (2622 (£)s ve (€)6S%  d,00S 2® ay Q0§ I9AFV
9°¢ (e)y1e (e)o°o0s (€)2gS 3,006 3® Iy Q0] 93TV %50
(€) 192 (e)e vy (€)6%S A11EWIOU PBIND L=IIIAX
(e %1 (e)e"sL (e)vig 0,66-69 31®
A9eM UYITA aDUTBITOD
peauaa ul Iy QS I9IFV
1°21 (€)61¢ (£)6°91 (€)L0%  d,00§ 2% Iy Q0§ I93IFV
88 (e)ver (©)1°ve (€)1S7 3,006 I8 IY Q0§ I93IV
'y (e)vie (€)o*os (€)2eS  d,00S 3® ay QT A93FV €0°1
(€)osg (e)vLt \mAmvmch A11eWIOU POIND 9~IIIAX 0
(%) ss0T (tsd) (%) (tsd) SUOTITPUOD (3/1p x
JYSBTOM  snInpoy %0S¢ uorleSuoly  O[TSUS] ‘A1 TS008TA QUL
: ~IBYUT /o0UuUsIDyar
o1qrl1) JowiTogd
(% e1ouw %) ) (ss00%9 YG)
i i
[ | . _ “Ig-N-T§-
xogﬂm-wnﬁmaom + HO-T§ TS-OH + 0 0
. TA TA ~TS-N-18-

ot

uotr3tsoduod xewlyog

8 I¥Vd ‘SYIWOLSVIH TVINHWI¥IIXA 40 AvAEd IV NOLIVONOTH INHOWHI NV HIONTILS FI1ISNAL

TITAXX HT9VL

62




In this series and subsequent series, the mill rollers were heated at 160°F
to aid in milling the high viscosity samples., None of the samples in
Table XXIV contained Mapico Red,

All the elastomers in Tables XXV, XXVI, XXVII, and XXVIII were milled
with 40 parts of Hi Sil 233 and 3 parts of Mapico Red and cured with 1.7
parts of tert-butyl peroxybenzoate, unless otherwise specified.

G. Preparation, Compound, Curing, and Testing of Polymers from Arylene-
disilanols and Cyclodisilazane Derivatives

1. Synthesis and evaluation of a polymer from N,N‘-bis[(diethyl-
amino)dimethylsilyljtetramethylcyclodisilazane, oxydi-p~-phenylenebis (di-

methylsilanol), and p-phenylenebis (methylvinylsilanol): After a solution
of 6.0000 g (0.01482 mole) of N,N'-bis[(diethylamino)dimethylsilyl}tetra-
methylcyclodisilazane, 4.6248 g (0.01452 mole) of oxydi-p-phenylenebis(di-
methylsilanol), and 0.0751 g (0.00030 mole) of p~phenylenebis(methylvinyl-
silanol) in 60 ml of toluene was stirred for 2 hr at room temperature on a
steam bath. The solution was stored 7 days, the solvent removed in a
rotary evaporator, and the residue heated at 100°C for 2 hr under vacuum
in a Wood's metal bath. The cooled polymer dissolved in 45 ml of toluene,
was treated with 15 ml of a 0.0l g/ml solution of bis(trimethylsilyl)acet-
amide and the mixture was heated for 2 hr on a steam bath under nitrogen,
After the solvent was evaporated, the residue, heated for 2 hr under vacuum
on a Wood's metal bath, had an inherent viscosity in toluene of 0.36 dl/g.

In some preliminary experiments, the aforementioned polymer and a
similar polymer not containing p-phenylenebis(methylvinylsilanol) were
screened to determine if they could be cured. After these polymers were
milled with Hi Sil 233 and t-butyl peroxybenzoate (100 parts of polymer,
40 parts of filler, 1.7 parts of catalyst), the compounded specimens were
heated in a mold at 300°F for 30 min, The results are summarized in Table
XXIX. For the polymer examined in Experiment No., 2, no cure was obtained
without a catalyst, and cures with 0.6 or 3,0 parts of catalyst provided
specimens that were either very weak or contained bubbles,
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TABLE XXIX

SCREENING OF POLYMER CONTAINING CYCLODISILAZANE GROUPS

Polymer
Experiment ' Inherent
No. Polymer Preparation Viscosity (dil/g) Results
1 N,N‘-Bis[(diethylamino}- 0.74 No cure
. dimethylsilyl Jcetramethyl-
cyclodisilazane-oxydi-p-
phenylenebis(dimethylsil-
anol) condensate
2 Same as above with 2 mole 0.36 Cure
% of p-phenylenebis (methyl-
vinyl)silanol

The subject polymer was then compounded in the same proportions with
filler and various amounts of catalyst, cured, and post-cured in the usual
way. Strength properties and percent elongation are summarized in Table
XX,

The polymer synthesis was repeated with phenothiazine added so that
the molecular weight of the product could be advanced with additional heat-~
ing., After a solution of 1.,0123 g (0.002500 mole) of N R'-bis[(diethyl-
amlﬁo}dnnethy1311yl]tetramethylcycIaélsllazane, 0.7565 g (0.002375 mole)
of GXY&ZfEﬁ?hEﬁYIEﬁGhiS(ﬁlmethYISliaﬁﬁi), 0.0313 g (0.000125 mole) of p-
phenylenebis (dimethylsilanol), and 0.0029 g (2 wt %) of phenothiazine in
60 ml of toluene was stirred for 2 hr at room temperature, the solvent was
removed in a rotary evaporator and the residue was heated at 100°C for 2 hr
under vacuum in a Wood's metal bath, The cooled polymer, dissolved in 7.5
ml toluene, was treated with 2,5 ml of a 0,01 gfml solution of bis(trimethyl-
silyl)acetamide and the mixture was heated for 2 hr on a steam bath under
nitrogen, After the solvent was evaporated, the residue, heated 2 hr under
vacuum at 200°C, was not completely soluble in toluene.

2. Polymer from N,N'-bis[(dimethylamino)methyl-3,3,3-trifluoropropyl-
silyl}-2,4-bis(3,3,3~-trifluoropropyl) -2, 4-dimethylcyclodisilazane, oxydi-p-
phenylenebis (dimethylsilanol) and p~phenylenebis(methylvinylsilanol): A
mixture of 0.6769 g. (0.001000 mole) of N,N'-bis [(dimethylamino)methyl-3,3,3-
trifiucroprepylsilyi]—z,4-&15(3,B,B-triflucreprapyl}-2,4—éimethylcycloéi-
silazane, m.p. 101-106°C, 0,3021 g, (0.00095 mole) of oxydi-p-phenylenebis-
(dimethylsilanol) and 0.0125 g. (0.00005 mole) of p~phenylenebis (methyl-
vinylsilanol) was stirred for 1.1 hr at room temperature and then for
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2 hr on a steam bath. After 1.0 ml of a 0.0100 g/ml solution of bis(tri-
methylsilyl) acetamide was added, heating was continued for an additional
hour on the steam bath., Evaporation of the solvent in a rotary evaporator
gave a polymer that was heated for 2 hr at 150°C in a Wood's metal bath,
dissolved in 20 ml of toluene and 20 ml of petroleum ether, b.p. 60-90°C,
washed with 40 ml of water, and recovered by evaporating the solvent.

After the final polymer was heated at 150°C for 5 min under vacuum, its
inherent viscosity was 0,08 dl/g. An additional 2~hr heating at 150°C under
vacuum increased the inherent viscosity to 0,09 dl/g. A repeititon of the
experiment with fivefold quantities also gave a polymer with an inherent
viscosity of (.09 d1/g. An additional preparation with threefold quantities
gave a polymer with an inherent viscosity of 0,06 dl/g.

Neither polymer, milled with tert-butyl peroxybenzoate and Hi 8il 233,
cured after 1 hr at 300°F,

H, Miscellaneous Properties of Experimental Polymers

1. Hydrolvytic stability of polymers containing cvclodisilazane groups:
Two polymers were employed in this experiment: One prepared from oxydi-p-
phenylenebis{dimethylsilanol} and N,N*-bis{(dimethylamine}éimethylsilyl}—
tetramethylcyclodisilazane and the other from oxydi-p-phenylenebis(dimethyl-
silanol) and N,ﬂ*-bis{(éimethylamina)methyl-S,3,3-tr§fluoropropylsiiyl]-2,4-
bis(3,3,3-trifluoropropyl)-2,4-dimethylcyclodisilazane. Each was cast as a
film on a KRS-5 optic and both samples were stored in a desiccator contain-
ing water in an oven at 200°F, Periodically, the samples were removed and
their infrared spectra were determined. The spectra taken at various time
intervals are reported in Figures 23 and 24,

2, Weight loss after isothermal aging of polvymer samples at 340°C
(644°F), 300°C (572°F), and 260°C (500°F): Duplicate elastomer samples of
various cured and filled (40%) elastomers were suspended in a3 circulating
air oven at the specified temperatures and weighed from time to time.

Tests were terminated when the samples became brittle, Little discolora-
tion was observed, The results are reported in Table XXXI and represented
graphically in Figure 25.

3. Properties of polymers at low temperatures: Compounded and cured
elastomers were examined for their low temperature properties, Glass
transition temperatures were determined by differential thermal analysis.
Brittle points were determined by immersing a polymer sample in an methanol
bath, lowering the temperature of the bath by 10°C increments, and bending
the sample at each temperature plateau. The temperature at which the sample
broke is reported as the brittle temperature, The results are shown in
Table XXXII.
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TABLE XXXII

PROPERTIES OF POLYMERS AT IOW TEMPERATURES

Polymer Composition

N |
Cyclosiloxazane + HQ-§i4<:::>kSi-GH + HO-Si-¥Y-Si-0OH
| | i

Glass
p-Phenylenebis~ Transition Brittle

(methylvinyl- Temperature  Temperature
Cyclosiloxazane Y silanol) (mole %) (°C) {°C)
(CH3) gNO38iy (CeH4) 20 4.5 ~ -54 -100
({353) ?NOESiE} (36&)20 4.5 -38 -70
(033) }_01"«‘2{}235_4 (C6H4)23 4.0 -39 =70
{CH3}16§2G4814 (CgHy) 20 None {uncured =40 -

gum)
(CH3) 19Np 0,51, CgHy 2.0 - -100

4, Thermogravimetric analyses: Plots of thermogravimetric analysis
traces at different heating rates of a filled and cured polymer based on
oxydi-p-phenylenebis(dimethylsilanol), decamethyl-1,5-dioxa-3,7-diaza-
2,4,6,8~tetrasilacyclooctane, and 2 mole % p~phenylenebis(dimethylsilanol)
are represented in Figure 1, All samples were heated from room temperature
at the specified rate except for one sample, which was heated to 350°F at
10°C/min, then to 450°C at 0.625°C/min. The latter procedure introduced
some erroy in that the represented weight losses are probably less at each
temperature than the true weight loss would be if the sample had been
heated through the entire range at one rate. Such a comparison is provided
in Figure 5, Traces for the same polymer at different heating rates in
nitrogen are shown in Figure 2, :

Weight losses at different heating rates for a filled and cured polymer

. based on p~phenylenebis(dimethylsilanol), decamethyl-1,5~-dioxa-3,7-diaza-
2,4,6,8~tetrasilacyclooctane, and 2 mole 7% of p-phenylenebis(methylvinyl-
silanol) in air and nitrogen are summarized in Figures 3 and 4, respectively,
Activation energies were calculated from the traces in Figures 1-4 according
to the method of Flynn and Wall (Ref. 2), Plots at three weight loss levels
of 1/T x 10-3 against -log g (g = heating rate in °C/sec) were linear at rates
of 2.5°C/min, 5°C/min, and 10°C/min. The results of these calculations are
summarized in Table XXYIII,
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TABLE XXXIII

ACTIVATION ENERGY FOR DECOMPOSITION FOR VARIOUS POLYMERS

Estimated Activation Energy

(kcal/mole)
Arvylenedisilanol Atmosphere C =90 C =95 € =97 Average
Oxydi-p-phenylenebis- Air 19,2 21.9 16.8 19.3
(dimethylsilanol) Nitrogen 29.0 29.0 30.7 29.6
p-Phenylenebis (dimethyl-  Air 16.1 15.3 12.5 14.6
silanol) Nitrogen 116.1 114.4 100.9 110.5
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vinylsilanol)
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Figure 5 - Thermogravimetric Analyses at Different Heating Rates in Air of a
Polymer from Oxydi-p-phenylenebis(dimethylsilanol) and Decamethyl-1,5-dioxa-
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Figure 6 ~ Infrared Spectrum of 1,3-Bis(3,3,3-trifluoropropyl)-1,3-
dichloro-1,3-dimethyldisiloxane (Liquid)
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Figure 7 - Infrared Spectrum of 1,5-Dichloro-1l,3,5-trimethyl-1,3,5~
tris(3,3,3-trifluoropropyl) trisiloxane (Liquid)
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Figure 8 - Infrared Spectrum of N,N'-Bis(chloroethylmethylsilyl)-2,4~
diethyl-2,4~dimethylcyclodisilazane (Liquid)
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Figure 9 -~ Infrared Spectrum of 1,3-Dichloro-1,3-dimethyl-1,3~di=
phenyldisilazane (Liquid).
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Figure 10 - Infrared Spectrum of N,N'-Bis(chloromethylphenylsilyl)-
2 4~dimethyl~2,4~-diphenyleyclodisilazane (Nujol)
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Figure 11 - Infrared Spectrum of 2,4,6-Trimethyl-2,4,6-tris(3,3,3-
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Figure 12 - Infrared Spectrum of 1,3-Bis(3,3,3-trif1uoropropyl)-l,3-
dichloro-1,3=dimethyldisilazane (Liquid)
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Figure 16 - Infrared Spectrum of N,N'-Bis[(dﬁnethylamino)methyl-B—3,3-
trifluoropropylsilyl]2,4-bis(3,3,3—trif1uoropropy1)-2,4-dimethy1-
cyclodisilazane, m.,p. 101-106°C (Nujol)
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Figure 17 - Infrared Spectrum of N,N'-Bis[(dimethylamino)methyl-S,3,3-
trifluoropropylsilyl 2,4-bis(3,3,3-trifluoropropyl)-2,4-dimethyl-
cyc}odisilazane Not Washed with Petroleum Ether (Liquid)
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Figure 18 - Infrared Spectrum of N,N'-Bis[(dimethylamino)methyl-3,3,3-
trifluoropropylsilyl]z,4-bis(3,3,3-trif1uoropropy1)42,4-dimethy1-
cyclodisilazane, Doubly Distilled (Smear)
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Figure 19 - Infrared Spectrum of Methyltris(ethylamino)silane (Liquid)
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Figure 20 - Infrared Spectrum of a Fraction, Possibly 1,1-Dichloro-

1,3,3,3-tetramethyldisilazane (Liquid)
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Figure 21 - Infrared Spectrum ef~2,5-Bis(ethjlaminc)-z,S-éimethyl-f
1,3,4,6-tetraethy1$piro{3.3]trisilazane (Liquid)
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. 81




] 3,3 13 ® i3
et I -
' .

s B

2

THAMSMITTAMCE %
Py
o

TERNATEANCE

TRAMIMITTANCE

TRAMSMITIANCE

TRANSMITTAMCE 4,

TRAMIMA TATICL

TRARLMITTAMEE

TRAMSMITIANGE .

0 Hr

24 Hr

48 Hr

72 Hr

96 Hr

168 Hr

192 Hr

216 Hr

82

Figure 23 - Infrared Spectra
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